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1. INTRODUCTION

Combustionprocessesin two-phasesystems,suchas sprays,dust clouds,and various
aerosols,areof interestfor numerousapplicationsin propellants,explosives,andincendiaries.In
addition,similarprocessesneedto becharacterizedandunderstoodfor anumberof firesuppression
applications.However,experimentaldatacharacterizingcombustionin two-phasesystemsand.
specifically,describingeffectsof multiparticleinteractionon theflamepropagation,arelimited.
This, primarily, is dueto difficulties in organizinganexperimentthatwouldenablearesearcherto
establisha flame in a two-phasesystemand,at the sametime. observebehaviorof individual
particles. Onecrucialproblemis that in two-phasesystemsin which flamepropagationcanbe
establishedthe sizeof theparticlesis small andtheyarehardto distinguishoptically. Another
problemisassociatedwithstrongbuoyantflowsinducedinacloudwhenaflamestartstopropagate.
Thesebuoyantflows entrainparticlesandmaskparticlemotion inducedby'diffusiophoreticand
thermophoreticflows andotherpossibleparticle interactionmechanisms(e.g., induced electric

fields). However, particle interaction effects are expected to be significant and cause changes in the

flame propagation mechanism, affect the size and morphology of combustion products, and modify

the temperature and concentration gradients developing in a burning two-phase system.

Experiments in which combustion of two-phase systems is camed out in the microgravity

environment allow one to avoid production of buoyant flows. In addition, large particles can be

used, that will remain aerosolized ('i.e., will not fall down as they' would at normal gravity) so that

their behavior ahead, behind, and within the propagating flame can be observed using optical

techniques routinely used in single particle combustion studies. This approach has been exploited

in this program, in which microgravity combustion of coarse metal particle aerosols was addressed.

A new experimental setup has been designed, built, and tested. This setup has been used in more

than one hundred of microgravity experiments utilizing NASA Glenn 2.2 s drop tower. Experiments

with Mg, Zr, and Ti aerosols were conducted and a number of new' and interesting phenomena

characterizing combustion in these aerosols were observed. The selected metals represent two

different metal groups, namely,, a typical "vapor-phase burner", Mg, and typical "surface burners",

Zr and Ti. Experiments were conducted at constant pressure and used real-time diagnostics included

a high speed movie camera and a regular speed video camera equipped with microscope lenses and

various interference filter assemblies. Combustion products were collected and analyzed after the

microgravity experiments.

Most of the results of this effort have been reported in conference proceedings and peer-

reviewed journals. Verbatim copies of the peer-reviewed publications follow below as the report

chapters 2, 3, and 6. Chapter 4 briefly describes a developed numerical model of the flame

propagation in magnesium aerosol in microgravity. Chapter 5 describes currently, unpublished

results of microgravity experiments with Zr and Ti particles.



2. CONSTANT PRESSURE COMBUSTION OF AEROSOL OF COARSE MAGNESIL.qM

PARTICLES IN MICROGRAVITY

Reference: Combustion and Flame 118:262-280 (1999)

ABSTRACT

The combustion mechanisms of clouds of metal particles are addressed in this research. A

microgravity environment was used to create a "stationary model aerosol" consisting of relatively

large (100-300 lam diameter), initially motionless particles. The development of individual particle

flames, motion of individual panicles, and overall aerosol combustion process could be observed

simultaneously. The experiments used the 2.2 s Drop Tower at the NASA Lewis Research Center.

Various image analysis procedures were employed to extract information on the flame structure from

the high-speed movie and video records. Mg particle aerosol combustion at constant pressure was

addressed. The observed flame structure contained pre-heat and combustion zones typical of the

volatile type aerosol flames. The pre-heat and combustion zones were identified by differences in

intensity and spectral content of the emitted radiation. The velocity of propagation of the pre-heat

zone into the unburnt mixture was in the range of 0,15-0,30 m/s, consistent with the microgravity

flame speed measurements reported in the literature. The combustion zone propagated at a slower

rate of less than 0.1 m/s. The width of the pre-heat zone increased and the width of the combustion

zone decreased during the flame propagation. Particle inertia caused significant velocity lag relative

to the cold gas that was pushed ahead of the flame. The particles were, however, efficiently

entrained by the hot gas in the pre-heat and combustion zones. Thus, the particle number density

in the pre-heat and combustion zones increased as the flame propagated, eventually resulting in

flame quenching due to oxygen deficiency. Also, collective particle motion was observed in the

direction opposite to that of the flame propagation; the nature of this motion needs further

investigation. Unburnt metal particles were observed to re-ignite when fresh air from the constant

pressure ballast reservoir returned to the combustion chamber as it cooled.

2.1. INTRODUCTION

Multiple panicle/droplet flames are ubiquitous in practical combustion systems, and thus the

multiple particle flame interaction processes are of great practical importance. This explains the

strong current interest in interactive combustion phenomena. Numerous theoretical and

experimental combustion studies of liquid fuel drop arrays have been conducted to determine the

interaction effects. Major results in this field were recently summarized in a comprehensive review

[1]. Recent experiments with two adjacent liquid droplets burning under microgravity conditions

[2,3] revealed new aspects of flame interaction processes, such as "positive" and "negative"

interactions, which can either increase or decrease burning rates depending on the droplet separation

and the combustion stage. Interaction of solid fuel flames has been studied only for bulk samples

and for relatively low temperature flames [4-6].

Although metals are widely utilized in solid propellants and in explosives involving multiple

interacting metal particles, no direct experimental studies of the burning metal particle interactions



andtheir effecton flamepropagationhavebeenreported.Apparently,this is dueto experimental
difficulties associatedwith studyingmetal aerosolcombustionbehavior while simultaneously
analyzingtheprocessesoccurringwith individual panicles.Individualparticlebehaviorcannotbe
opticallyresolvedin aburningmetalcloudbecauseonly,veryfine (1-10tamparticlesizerange)and
relativelyheavily loadedmetalaerosolscan beignited andburned. Thus,only grossparameters
describingcloudcombustionarerecoveredfrom aerosolcombustionexperiments.Thestructureof
themetalaerosolflameisnotusuallyexpectedtobehomogeneous,insteadit isanticipatedtoconsist
of multiplesingleparticleflamesubstructures,i.e.,Nusselttypeof aerosolflame [7].Thisstructure,
however,hasneverbeenexperimentally,identifiedfor metalaerosols.Therelationshipof thegeneral
cloudflamestructureandcombustionscenariowith thespecificfeaturesof combustion of individual

particles could be better understood if larger size particles were used in experiments, so that both the

individual particle behavior and the common cloud combustion characteristics could be

simultaneously observed. However, it is impossible to produce and burn a stable aerosol of large

metal particles because of rapid gravitational settling.

Microgravity provides a unique opportunity, to create a "model aerosol" consisting of

relatively large (100-300 lam diameter) particles. Combustion of such particles in a cloud can be

studied using methods developed in single particle combustion experiments. In microgravity, the

particles will not settle, rather their motion will be due exclusively to the forces originating during

combustion. Therefore, individual flame development, particle trajectories, temperature histories,

smoke transport, etc., in this "model aerosol" will simulate many features of an actual fine metal

aerosol combustion. Clouds with different metal type particles and with different particle number

densities can be readily created in microgravity, which allows detailed experimental investigation

of the processes caused by the interaction of burning metal particles.

Our current understanding of individual metal particle combustion suggests that there are

many processes which significantly affect metal aerosol combustion but do not occur in clouds of

non-metal particles, which burn at lower temperatures, or in liquid fuel sprays. Among such

processes are efficient radiative heat transfer caused by the high combustion temperatures [7,8] and

changes in the reaction mechanism during combustion (the transitions from heterogeneous to vapor

phase combustion and from spherically symmetric to non-uniform combustion, the occurrence of

rnicroexplosions, and temperature jumps [9-13]). Different combustion products and intermediates,

including those formed as a nanoscale condensed phase [14], are produced during combustion and

participate in further multi-step reactions. Both the particle surface layer and the particle internal

composition are modified during combustion [15]. Ionized species and electrically charged particles

are efficiently produced at high metal combustion temperatures for low metal ionization potentials

[16,17]. These processes affect particle interactions and can be crucial for the performance of

practical devices utilizing metal combustion.

This paper presents the first experimental results of an investigation of the combustion

parameters of microgravity "model aerosols": size classified, relatively large metal particles

aerosolized in the microgravity environment.
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2.2. EXPERIMENTAL

A. Objective and approach

The objective of the experiments is to create a stationary model aerosol of relatively large

particles to stud), the development of individual particle flames, motion of individual panicles, and

overall aerosol combustion process. The experiment consists of the following steps:

a) aerosolizing 100-300/am diameter metal panicles in an oxygen-containing environment

under microgravity,

b) ignition of the aerosol using a local high energy' density heat source,

c) simultaneous observations of both the entire aerosol combustion and the behavior of single

burning particles.

B. Experimental Hardware

A simplified schematic of the experimental apparatus designed and built for the microgravity

experiments utilizing the 2.2 s Drop Tower at NASA Lewis Research Center, is presented in Fig. 2.1.

The central part of the experimental apparatus is an approximately' 0.5 liter chamber in which an

aerosol is created. It is built of aluminum and is equipped with two Lexan® windows, three gas-

ports, and two electrical feedthroughs. The chamber's floor is a silicone rubber membrane which

aerosolizes the powder using acoustic oscillations transmitted from an acoustic exciter. The chamber

is mounted on top of the acoustic exciter and connected to a large, 11.3 L (3 gal) reservoir via 0.93

cm (3/8") diameter, 1 m long tubing. The reservoir served to prevent pressure build-up in the

combustion chamber during the experiments. A metal mesh (filter) is installed in the line between

the combustion chamber and the reservoir to retain the particles in the combustion chamber. The

reservoir, in turn, is connected back to the approximately 11 L acoustic exciter vessel housing a

speaker. The 0.93 cm diameter line from the reservoir to the acoustic exciter is also about 1 m long.

An additional miniature inert gas tank is connected to the combustion chamber through a normally-
closed solenoid valve. A second solenoid valve is installed in a vent from the reservoir chamber to

atmosphere. Before the end of the microgravity experiment, both solenoid valves are activated and

the combustion chamber is flushed with an inert gas to quench the reaction.

A sketch (to scale) of the combustion chamber is shown in Fig. 2.2. The chamber dimensions

are 102x110x45 mm. However, in order to make the flame optically transparent, a narrower zone

of 60x60x 19 mm, is restricted in the middle of the chamber by two transparent 13 mm thick Lexan®

inserts. Aerosol is ignited using an electrically heated (30 W DC power) 100 tam diameter tungsten

igniter wire mounted inside the chamber. To minimize the effect of tungsten oxidation on

magnesium particle cloud combustion, the igniter wire was coated with a thin layer of a zirconia-

based paste that forms a refractory solid coating capable of withstanding temperatures up to 2200°C.

The typical shape of the flame front that would form in microgravity experiments and the field of

view of a high-speed movie camera (30x21 ram) are also shown in Fig. 2.2. The location at which

the camera has been focused, was varied from experiment to experiment (for example, in some

experiments a portion of ignition wire was included in the corner of the field of view), however the



sizeof thefield of viewremainedessentiallyunchanged.Thehigh-speedimagesconstrictedwithin
this field of view (asshownin Fig. 2.2)havebeenusedto examinetheflamestructureandparticle
motion,asdiscussedbelow. Becauseonlyasmallportionof theflamewaswithin this field of view,
thecurvatureandthechangesin theflameshapeoccurringduringtheexperimenthavenotaffected
noticeablytherecordedhigh-speedimagesof theflame.Thefield of viewof theregularspeedvideo
cameranormallyincludedtheentire60x60mm arearestrictedbytheLexan®inserts.

Electroniccomponentsmountedontheexperimentalrig includeanaudiogenerator,anaudio
amplifier,a12V DCdrycellbattery,andaregulatedpowersupplyfor heatingtheignition fusewire.
In addition,theapparatusincludesacustom-builttriggeringcircuit.

Thediagnosticsusedin theexperimentsincludeda videocameraanda high-speedmovie
camera.Thevideocamerawasusedto obtainanoverallpictureof theflame. To betterunderstand
processesoccurringin theflamefront it wasdesirableto separateflameradiationbandsgenerated
bytheMgO andMg vaporsfromtheblackbodyradiation. In orderto do that,anadditionaloptical
systemconsistingof two slightlytilted relativetoeachothermirrorsandtwointerferencefilterswas
installedin front of thevideocamerain certaintests. The two images,takenthroughadifferent
interferencefilter each,werespatiallyseparatedandrecordedineachvideo-frame.In thatwayit was
possibleto separateanddirectlycomparetwo radiationpatternsthatweremeasuredat exactlythe
sametime. Interferencefilters for 500 and520nm wereusedto separatetheMg andMgO vapor
phaseradiationbands,respectively[18]. Thehighspeedmoviecamerawasusedto resolvedetailed
particle trajectoriesandthedevelopmentof individual particle flamesusingbothdark field and
brightfield settings.In thedarkfield setting,theflamewasthesolesourceof light, andwithabright
field setting,a tungstenlight bulb wasusedto illuminate thebackground,so thatparticleswere
visible independentof theflameluminosity.

Preliminarynormal gravity testswereperformedto evaluatethe aerosolparticlenumber
densityasafunctionofthefloor vibrationfrequency.Thenumberdensityoftheaerosolizedparticles
wasevaluatedbasedon themeasuredattenuationof 670nm laserradiation. A laserdiodeanda
photodiodewith filter weremountedona linearslideoutsidethecombustionchamber;theycould
bemovedtogetherto different vertical andhorizontalpositions,andcould be removedprior to
ignition to provideaclearview for thevideo-camera.

C. Microgravity experiment sequence

When a microgravity test starts, the acoustic exciter is turned on for a 0.4 s interval that

results in aerosolizing particles in the combustion chamber. Since the frequency of the acoustic

oscillations of the chamber floor is above 150 Hz, an interval of 0.4 s provides at least 60 complete

vibrations to aerosolize particles. After the acoustic exciter is turned off, a time delay is provided

so that the velocities of particles decrease due to aerodynamic drag. The relaxation time, t, for the
9 "velocity of an airborne particle is t=(_pr)/(9rl) [19], where P is the particle density, 1"1is gas viscosity

(rl=l.8-104 kJ(m-s) for room temperature air), and r is particle radius. For the Mg particles in the

100 - 300 it.tm size range, the relaxation time is in the range of 0.05-0.48 s. In the experiments, the



ignition delayvariedfrom 0.2to 0.3s thatwassufficientfor decelerationof mostof thepanicles.
After thedelay,thetungstenwire is rapidlyheated(it reachesatemperatureabove1000°Cin less
than50ms,asmeasuredoptically) andtheaerosolignites. Theentireaerosolcombustionevent
usuallyoccurswithin 0.5-0.8s. Afteratimedelayof 1.9smeasuredfrom thebeginningof thetest,
thesolenoidvalvesareactivatedto flush thecombustionchamberwith aninert gasandquenchall

post-combustionreactions.

D. Metal Powder Used

Magnesium was chosen for the first group of micro-gravity experiments since it has been

shown previously that even 100-200 p.m size aerosolized magnesium panicles can be easily ignited

[20]. Particles used in our experiments were purchased from Aldrich Chemical. The particle size

distribution was determined using digitized video-images of particles taken with a camcorder

equipped with close-up lenses. The camcorder resolution was 20 p.m. Panicle diameters varied in

the range of 100-550 p.m, however, more than 80 % of the particles had diameters in the range of

100-320 p.m. For a series of tests particles were preliminarily size-classified using a set of precision

sieves of 150, 180, 250, and 350 p.m opening sizes.

2.3. RESULTS

A. Preliminary Normal Gravit3, Experiments

Preliminary experiments were conducted to define conditions needed to ignite particles and

to better evaluate timing for microgravity tests. Based on the laser light attenuation measurements,

it was found that the maximum number density aerosol was formed in the combustion chamber when

acoustic oscillations with frequencies ranging from 150 to 200 Hz were used. For frequencies

exceeding this range, the amplitude of the oscillations of the silicone rubber floor dropped

dramatically. Using the acceleration of the silicone rubber floor estimated from the vibration

frequency, the measured vibration amplitude, and a theoretical study [21], it was estimated that only

about 10% of the total particles loaded could be suspended more than 15 particle diameters

(approximately 3 ram) above the rubber floor. Accordingly, light attenuation measurements

determined that the magnesium particle number density decreased by a factor of 5 as the height

increased from 55 to 80 mm from the chamber floor (the chamber could only be viewed through a

window above the height h=40 mm from the floor). Since the middle of the igniter wire was located

approximately 70 mm above the chamber floor, only a very small fraction of the total particle mass

load could participate in the aerosol ignition. Even though in these normal gavity tests the particle

loading was much greater at the chamber floor, it was not anticipated that the flame would propagate

downwards, due to buoyancy. It was found that to achieve ignition in these normal gravity

experiments, the total mass of the magnesium particles loaded had to exceed 5 g, whereas only 0.21

g of magnesium would be needed to achieve an equivalence ratio of unity (g_=l) based on the total

amount of oxygen in the 0.5 L chamber. Due to the decrease in the particle number density with

height, when 5 g of powder was loaded in the combustion chamber, the particle concentration at the

level of the middle of igniter wire was only 0.075 J1, corresponding to approximately 20 particles



per cubic centimeter,or an inter-particle separationof about 0.37 mm. The corresponding

equivalence ratio (9 (estimated for 200 lam diameter panicles) was only 0.34. However. it became

greater (close to 0.7) at the bottom of the igniter wire.

Several normal gravity ignition experiments were conducted using a high-speed video camera

to visualize flame propagation. Examination of the video-recordings revealed that multiple particles

adhered to the surface of the igniter-wire prior to heating and ignited when the wire was heated.

Later on, the multiple particle cloud flame developed and burned in the chamber. The overall flame

development process is illustrated by high-speed video-images presented in Fig. 2.3. The first frame

in Fig. 2.2 shows how the flame ignited around the tungsten wire (indicated by a dotted line) and

spread upward vertically, which, apparently was the result of buoyancy. Later on, as shown on the

following two frames, the flame width increased at a rate of about - 0.1 m/s and reached up to 35-40

mm for 100-150 ms. The flame width was later observed to decrease and the entire lifetime of the

visible flame was around 300-350 ms prior to flame extinguishment. This flame lifetime can be

compared to the combustion time of single magnesium particles in air. For a 200 jam diameter (close

to the average particle size in the aerosol used) panicle, the combustion time in air is 80 ms [ 18], i.e.,

it about 4 times shorter than that observed in our experiments. Based on this comparison it can be

concluded that not only, ignition and burn-out of a group of single particles adjacent to the igniter

wire, but also actual (even though limited) flame propagation into the aerosol was observed in these

experiments. After the flame extinguished, several panicles could still continue to burn, and from

time to time a cluster of panicles could ignite.

The horizontal width of the flame zone, w, and the velocity of the flame front (in the

horizontal direction) vf=dw/dt, were derived from a high-speed video-record. The width of a bright

zone at a fixed vertical level was measured, as indicated in Fig. 2.3. As can be seen from Fig. 2.3,

this width was somewhat different at different vertical levels due to curving of the flame zone edges.

To choose the vertical level at which the measurements were to be made, the video-record was

reviewed and the level at which the curvature appeared to be minimal, was identified. Typical results

of these measurements are shown in Fig.2.4. The inferred flame velocity is in the range reported

earlier for large particle size magnesium aerosol flames [20, 22]. Oscillations observed in the flame

velocity plot appear random, but similar oscillations were observed for all of the experiments.

B. Microgravit 3, Experiments

Micro__ravity aerosol

In the first series of drop-tower experiments, unclassified (as-received) Mg powder was used

and mass loadings were varied from 0.65 to 5.4 g (0.21 g would correspond to q0=l). It was found

that only 0.7 g total mass load was necessary to achieve repeatable aerosol ignition and flame

propagation in microgravity (versus 5 g needed in the normal gravity experiments). In the following

expenments, three size-classified powder fractions were used with particle diameters dl= 165_15

lam, d2= 215-+35 Jam, and d_= 300-+50 Jam. For each of these powder fractions, the mass loadings

were 0.7, 1.1, and 1.6 g.



Before ignition, aerosolized particles were visualized using the bright field optical setting.

Some of the particles were observed to adhere to the windows and did not move during the

experiment, and these panicles were excluded from the particle count. It was observed that the

aerosolized (i.e., observed to move) particles were scattered throughout the chamber quite uniformly,

unlike the previously discussed normal gravity experiments. The anticipated distance between the

uniformly distributed particles with an average diameter d, density 9, and the total mass loading, M,

can be roughly estimated as/= (V/N) 'is, where V = 0.5 L is the chamber volume and N = M/(r_ d39/6),

is the number of panicles in the chamber. Based on the loadings used, these expected distances

between the panicles varied in the range of 85 to 260 p.m. The actual distances between the

aerosolized particles determined from the video-images were much greater, in the range of 700 -

3500 p.m. The discrepancy of the expected and actual inter-particle distances was most likely due

to partial adhesion of the powder to the chamber walls and floor. Based on the number density of

the aerosolized particles in the combustion chamber observed in the video-images, it could be

concluded that the equivalence ratio qoin the microgravity experiments varied in the range of 0.25

to 5 depending on panicle size and mass ]oading. This initial equivalence ratio, however, did not

remain constant during our constant pressure experiments since unburnt gas was forced out of the

chamber by the hot expanding burnt gas while most of the panicles stayed in the combustion

chamber, as discussed below.

General Flame Front Shape

Flame propagation through aerosolized magnesium particles in microgravity experiments

differed significantly from that observed in normal gravity. After the igniter wire was heated, a

bright radiating zone (flame front) was formed parallel to the igniter. Later on, this flame front

propagated through the chamber leaving a darker area behind even though the wire igniter continued

to be electrically heated (Fig. 2.5a). Such clark area behind the flame front was never observed in

the normal gravity experiments in which the luminous flame zone only appeared to widen around

the igniter wire rather than propagate away from it as in these microgravity experiments.

Alternatively, the original flame front could split into several shorter fronts propagating in different

directions and with somewhat different speeds (Fig. 2.5b). In the video-images recorded without

filters installed in front of the camera (as those shown in Figs. 2.5 a,b), one can see both bright spots

and an extensive radiating zone, making it hard to decide whether the flame front consisted of a

number of closely spaced individual particle flames, or it was filled uniformly with burning

magnesium vapor. When normal speed video was recorded using interference filters separating Mg

and MgO radiation bands, the luminous zone indicative of the flame front appeared very uniform

with no traces of individual particle flames (cf. Fig. 2.5c).

In most cases, the flame front was observed to travel through the chamber until it reached the wall.

However, at lower particle loadings, it was also observed that the flame could disappear (extinguish)
in the middle of the chamber.
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Structure of the Flame Front

Higher spatial resolution flame images were produced using the high-speed camera equipped

with a close focus lens. These images showed that both brightness and the dominating color are

different for different regions of the flame. Assuming that the flame consisted of pre-heat and

combustion zones, a separation of these zones was attempted by comparing the red (650 nm central

wavelength) and green (540 nm central wavelength) components of the high-speed color video-

images of the flame (obtained by transferring the high-speed movie into the video-format). Green

radiation was expected to dominate in the combustion zone due to the strong characteristic radiation

bands at the wavelengths of 518 and 500 nm for Mg and MgO vapors, respectively [23, 24]. In the

pre-heat zone, where particles are expected to be heated but not burned, the spectrum was expected

to be closer to that of a gray-body radiator, and thus red radiation was expected to dominate.

The three color components of the video-signal, blue, green, and red were digitally separated

for each (digitized) video-image. Color-Differential (C-D) images were then produced by the digital

subtraction of the red component images from the respective green component images. The value

Id ascribed to each pixel in a C-D image was equal to Id=Im_]2+(Ig-Ir), where I_ and I r are the

intensities measured for the same pixel in green and red component images, respectively, and Im_x/2

is a constant medium (gray) intensity level. Examples of an original video-image and the

corresponding C-D image are shown in Fig. 2.6. The C-D images showed that green radiation

indeed consistently dominated in the brighter flame zone, and they also revealed that a region where

red radiation dominated always existed ahead of that zone. These two parts of the visible flame will

be referred below as the combustion and pre-heat zones, respectively. Widths of the combustion and

pre-heat zones were measured using intensity profiles inferred from the C-D images. An example

of such a profile is shown in Fig. 2.7. A reference background level marked by a dashed line

indicates the gray level on the C-D image produced when the values of the red and green intensity

signals were the same. The intensity profile was under the background (gray) level when the red

radiation intensity (assumed to characterize the black body radiation) was greater than green, and it

is above the background level when the green radiation intensity (indicative of the Mg and MgO

bands) was greater than red. For reference, an intensity profile measured for the corresponding

original image (transformed into gray scale) is also shown. It indicates a monotonic increase in the

general radiation intensity throughout the pre-heat zone, and essentially continuous radiation

intensity within the combustion zone.

Temporal Flame Evolution

For better visualization of the temporal flame evolution and also the particle velocities,

artificial Time-Differential (T-D) images were constructed digitally (similar to the C-D images) as

a difference between two flame images recorded at a known time interval ":; for example, ":=30 ms,

for a pair of the sequential regular video-frames. An example of an artificial T-D image produced

as a difference between two sequential high-speed movie frames (first transformed to the video-

format and then digitized), is shown in Fig. 2.8. For this T-D image, "_=2.5 ms, and the areas that

did not change during that time period, appear gray. The difference in the position of the flame front

10



producedbrightanddarkzonesindicatingthedisplacementof the leading and the trailing edges of

the flame, respectively. The width of the bright zone divided by the time between the images, ":,

yields the velocity of the flame's leading edge propagation and the distance between the bright and
dark zones shows the flame width. It should be noted that the measurements based on the widths

of the various zones of the T-D images discussed below should not be used for quantitative flame

description, but rather for identifying the major qualitative trends. These measurements were made

at a level perpendicular to the flame front. The location of the level was chosen arbitrarily where

the minimal flame curvature was observed to develop.

Depending on what kind of the video-frames were used to produce the T-D images, the

position and displacement of either the pre-heat or the combustion zones could be observed better.

For example, the video-frames used to produce the T-D image shown in Fig. 2.8 were recorded using

the high-speed movie camera equipped with the close focus lens. In these recorded images, both the

pre-heat and flame zones were significantly brighter than the unburnt mixture. Therefore, the first

bright zone in the corresponding T-D image clearly shows the displacement of the leading edge of

the pre-heat zone (that is the first bright zone in the flame's T-D image), and the dark zone observed

in the T-D image corresponds to the displacement of the trailing edge of the combustion zone. The

normal speed video-frames recorded using an interference filter (either 500 or 520 rim) showed great

contrast in the combustion zone and essentially cut off the red-color dominated radiation from the

pre-heat zone. Therefore, the corresponding T-D images showed only evolution of the combustion

zone, while the pre-heat zone became invisible.

Propagation velocities of the leading edge of the pre-heat zone were measured for several

microgravity experiments using high-speed movies transformed to the video-format. One example

of the results of such measurements, for Run # 20 (M=I. 1 g, 180 btm<d<250 lam) is shown in Fig.

2.9. The velocity of the leading edge of the pre-heat zone fluctuates about a value of 0.18 m/s.

Generally speaking, this velocity can also be referred to as the flame velocity, since it indicates the

visible rate at which the luminous flame zone propagates into the unburnt mixture.

The position of the edge of the combustion zone was also monitored in time for several

experiments using regular video-frames recorded through a 500 nm interference filter. Figure 2.10

presents a typical plot of the measured coordinate of the leading edge of the combustion zone and

the inferred velocity at which the combustion zone propagates. Oscillations in the combustion zone

velocity were observed consistently in all the experiments, similar to those observed for the velocity

of the leading edge of the pre-heat zone (Fig. 2.9). The oscillating pattern of the flame propagation

could also be clearly seen in the video-records. The comparison of Figs. 2.9 and 2.10 shows that the

combustion zone propagated slower than the pre-heat zone. This conclusion is further confirmed

by comparisons of the radiation profiles constructed for sequential C-D images. An example of such

profiles is shown in Fig. 2.11. It shows a substantial increase (from 7-8 to 15-18 ram) in the pre-

heat zone width during the time when both combustion and pre-heat zones were within the camera

field of view (approximately 50 ms). The displacement of the leading edge of the pre-heat zone was

almost 10 mm while the leading edge of the combustion zone moved less than 2 mm. The trailing

edge of the combustion zone moved about 5 mm, indicating that the width of the combustion zone
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decreasedslightly,(approximately,from 13to 11mm).

A plot showingthe positionsof the leadingandtrailing edgesof the combustionzone,
inferred from a sequenceof T-D imagesproducedusing normal speedvideo-framesrecorded
througha500nminterferencefilter, is shownin Fig. 2.12. The shaded area indicates the width of

the combustion zone observed at different times. Interestingly, it can be seen that combustion zone

width changes non-monotonically during the experiment.

While no interference filters were used in the reference normal gravity experiments described

above (Figs. 2.3,2.4), the measurements of the flame edges were made using the brightest zone, with

approximately constant brightness across the horizontal axis. Therefore, the flame velocity reported

in Fig.2.4 for normal gravity can now be interpreted more accurately as the velocity at which the

combustion zone propagated. A legitimate comparison, therefore, can be made for the velocities

reported in Fig. 2.4 versus those presented in Fig. 2.10 for the similar experiments conducted in the

normal and microgravity conditions, respectively. This comparison shows that the absolute values

for the combustion zone velocity measured in microgravity were generally smaller than those

observed in normal gravity' experiments. Similar velocity, oscillations are observed for both
environments.

A simpler data reduction routine was also used to directly determine times characterizing the

evolution of the pre-heat and combustion zones identified from the recorded video. Temporal

variations of the radiation intensity at a fixed location during the flame propagation were measured

by monitoring signal intensity at the same coordinate (a chosen pixel in the image) using a sequence

of high-speed frames. The results of these measurements for two different microgravity runs (20 and

30) are presented in Fig. 2.13. The difference between the two experiments was in using different

size particles: 180-250 p.m and 150-180 btm diameters were used in runs 20 and 30, respectively.

A smooth increase of the radiation intensity in the post-flame zone observed in Fig. 2.13 for Run 30

is due to the continuously increasing brightness of the propagating flame front (that is clearly

identified from the video recording) causing a brighter background as well. Similar increase in the

flame brightness with time was observed repeatedly, but it was most pronounced for Run 30. The

noticeable trend of a wider combustion zone associated with the larger particle size (i.e., Run 20

versus Run 30) was observed consistently in our experiments.

The time for the combustion zone to pass through a volume represented by a chosen point

(pixel) was determined from Fig. 2.13. For Run 30 the time for the combustion zone to pass through

the fixed point is close to 50 ms and for Run 20 that time is about 120 ms.

A common feature observed in both Fig.2.13 a and b is that intensity at a fixed point

oscillates with time. The intensity often changes from one frame to the another, which makes it

unclear whether there was a real luminosity change during that time period or if the framing rate was

not fast enough to observe an actual (faster rate) change in the luminosity.
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Behavior of Indi vi dual Particles

As mentioned above, the particles were distributed quite uniformly in the combustion

chamber prior to ignition. The T-D images constructed as a difference of two sequential video

frames, were used to visualize particle motion. Each moving particle is represented in the T-D image

as a pair of closely spaced dark and bright spots. A dark spot shows the particle location on the first

video frame and a bright spot shows particle location on the second frame. The velocities of the

particles' motion were evaluated based on the distances between light and dark spots signifying

positions of each particle in sequential frames. It was observed that before ignition aerosolized

particles moved with velocities in the range of 0.06 - 0.14 m/s and there was no preferred direction

for their motion. After a flame front was developed, most of the particles visible in the pre-heat zone

and in the unburnt gas, started to move with the velocities ranging from 0.05 to 0.25 m/s in the

direction of the flame propagation. In most of the experiments, one could clearly identify, one

direction in which the particles would start to move, that direction was assumed to coincide with the

direction in which a gas flow was forming due to the gas expansion in the flame. The fact that one

direction of the gas flow could be identified for most of the experiments could be used to justify that

a flame structure that has been examined using the high-speed video recordings was close to that of

a one-dimensional flame.

For the particles adjacent to the flame front, the observed velocity, was higher as compared

to that for the particles far from the flame. This is illustrated by, Fig. 2.14 showing two magnified

fragments of one T-D image. One can clearly see that particles positioned 8 mm from the flame

front moved faster than particles positioned 20 mm from the flame. It was also observed that particle

number density immediately ahead of the flame front was increased compared to the original number

density. To measure the particle number density,, an area (20x20 mm) was selected on a T-D frame

and the total number of particles within that area was computed. This was repeated for a series of

sequential frames from the moment of aerosol ignition to the moment the bright flame zone entered

the selected area. The results of these measurements are presented in Fig. 2.15 showing how the

particle number density within a selected region changes when a flame front approaches this region.

The initial number density (at time = 0) was obtained from an image taken before ignition, this

number density did not change noticeably during the first 10 ms after the igniter wire (located

approximately 7 mm away from the selected area, became clearly visible. Later on, as can be seen

from Fig. 2.15, the number density of particles increased rapidly as the flame front approached the

selected area.

No motion pattern that would indicate either attraction or repulsion between the particles was

observed. An example of a video-frame and a corresponding T-D image showing the general pattern

of the motion of individual particles in the pre-heat zone and unburnt gas is given in Fig. 2.16a and

Fig. 2.16b, respectively. Most of the particles observed in Fig. 2.16 b, move in the direction

coinciding with the direction of the flame propagation (indicated by an arrow), as can be seen by the

orientation of the adjacent dark and bright spots which indicate, as noted above, respectively initial

and final positions of the particles. Particles could be seen in the unburnt gas mixture and the pre-

heat zone, but they were not observed (with a few exceptions) within the combustion zone. An
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interestingobservationcanbemadefrom theclose-uppresentedin Fig. 2.16c. Severalparticles
(circledin Fig. 2.16c)appearto movein thedirectionoppositeto thatof theflamefront andto that
of theotherparticles.Thismotionbecomesevidentwhenananimationcontainingsequenceof the
T-D framesis produced.Suchmotionof agroupof particlesin thepre-heatzoneagainstthemain
flow wasobservedin anumberof experiments.

Individualparticleflameswereobservedto formin thepre-heatzone.Theywoulddisappear
whenthecombustionzonereachedtheir location.Insidethecombustion zone there was no visible

individual particle flames. Separate single particle flames could sometimes be observed at a variety

of locations in the post-flame zone.

In all the experiments, clusters of particles were observed that seemed to behave as one large

(several millimeters diameter) burning particle. These clusters moved faster than the flame front and

the direction of their motion was random. It appeared that the burning clusters self-propelled

themselves, similar to single metal particles with asymmetric flames observed in the earlier

microgravity experiments [25J. Examples of such clusters can be seen clearly in Figs. 2.8 (bottom

center) and 2.16 (upper left comer of the area selected in Fig. 2.16b).

Re-ignition

One striking observation was that in all the microgravity experiments a secondary violent

ignition was observed. A sequence of video-frames showing extinction of the original flame front

and subsequent re-ignition is shown in Fig. 2.17. The re-ignition always occurred after the original

flame extinguished and there always was a delay on the order of a couple hundred milliseconds. A

significant number of rapidly moving (often, in a swirling pattern) single burning particles was

always observed. However, there was no clearly identified flame front, instead it appeared that a

large number of scattered particles ignited simultaneously.

2.4. DISCUSSION

Advantages and Limitations of the Experiment

An important advantage of this microgravity experiment was that a metal aerosol flame was

formed allowing the simultaneous observation of both the cloud flame structure and individual

particle behavior. In addition, due to large particle size and the absence of buoyancy driven flows,

it was possible to identify details of the magnesium aerosol flame structure that were not possible

to resolve in the previous experiments in normal gravity and also in the microgravity experiments

using finer particles.

The most important limitation of this experiment was due to the "narrow cell" design of the

combustion chamber used. This design made it possible to create an optically transparent flame.

However, it inevitably introduced wall effects on both flow and temperature profiles in the flame that

in turn could have affected flame speed and flame front width. Another experimental shortcoming
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wasthatthenumberof particlesaerosolizedin thechamberdependedonuncontrolled(eventhough,
repeatable)processesof particleadhesionto wallsandthefloor; thatintroducedanuncertaintyin
controlling the aerosolnumberdensity. In addition,diagnosticswerelimited to only video and
moviecamerasduetorestrictionson theroomandpoweravailablein thedrop-towerexperiments.

Re-ienition

The mechanism of the observed re-ignitions can be understood if flows induced in the

combustion chamber and their interaction with the particles are considered. In these constant

pressure combustion experiments, part of the unburnt gas was forced out of the combustion chamber

when the burnt gas expanded. However, large magnesium particles did not move as fast as the gas

and could have been "trapped" within the chamber. Some of the particles carried by the gas flow
have been retained in the filter (as was confirmed when particles were found in the filter mesh after

each experiment) and became unavailable for the secondary ignition since they stuck in the metal

mesh and rapidly cooled down. Other particles that might have remained aerosolized within the

combustion chamber, would have been pre-heated by (and partially, burned in) the propagating flame.

These aerosolized particles cooled slower than the gas and could re-ignite immediately if oxygen

became available. After the flame's extinguishment, the gas in the combustion chamber cooled

down and occupied a smaller volume, therefore, a flow of air from the reservoir to the combustion

chamber was produced. This flow carried oxygen into the combustion chamber and a re-ignition

could occur if high-temperature metal remained in the chamber. Therefore, such re-ignitions,

actually observed in some of our normal gravity experiments and in all of the microgravity

experiments, present important (as discussed below) evidence that the incompletely reacted

magnesium particles remained aerosolized in the combustion chamber after the flame extinguished.

Flame Structure

Analysis of the flame images showed that pre-heat and combustion zones could be clearly

identified by both radiation intensity and spectrum. At the same time, no structures similar to single

particle flames were observed in the combustion zone. These observations indicate that the

magnesium aerosol flame can be classified as "volatile" flame, according to Cassel [26]. Such a

flame is normally controlled by the rate of fuel gasification while the chemical reaction occurs

primarily in the premixed gas flame zone [7,26]. The pre-heat zone corresponds to the region where

fuel is gasified but the reaction rate is slow. The existence of such a zone in the magnesium aerosol

flame signifies that the magnesium evaporation rate reaches its maximum at a lower temperature
than its reaction rate does. This conclusion is consistent with an estimate of the temperature

dependent magnesium reaction rate:

k=k0exp(-E/RT)

where T is temperature, R is molar gas constant, and the values recommended in Ref [27] are used

for the constant 1%=106 m3/mol-s and activation energy E=40_+5 kcal/mol. At the mag-nesium boiling

point, T=1380 K, the reaction rate is quite small: k=0.5 m3/mol-s, whereas in a realistic flame

temperature range, 2000 K<T<3000 K, the reaction rate varies in the range of 45-1230 m3/mol's.
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Theabsenceof the"Nusselt'"kindof theflamestructure[7,26]consistingof multiplesingle
particleflamesandpredictedtobetypicalfor metalparticlessuchasmagnesium,for whichthelarge
oxide shellsareknownto form [7,26,28],wassomewhatunexpected.When largeaerosolized
paniclesburn,asclearlywasthecasein theseexperiments,Nusseltflamestructureis alsonormally
anticipatedto follow the volatile flame [7], howeverthat wasnot observed. The re-ignitions
occurring in our experimentsshow that a significantnumberof the unburnedmetal panicles
remainedin the combustionchamber. Thus, in spite of the lean mixtures inferred in most
experimentsfromourmeasurementsfor thenumberdensity,of aerosolizedpaniclesprior toignition,
thecompleteburn-outof magnesiumwasnot thereasonfor theabsenceof Nusselttypeflame(or,
multiplesinglepanicleflames)behindthe volatile flame front. Anothermechanismsuppressing
singleparticleflamescouldbeoxygendeficiency. Differentprocessescouldcausetheformation
of afuel-richmixturein spiteof thestartinglowerequivalenceratios(inferredfrom themeasured
particlenumberdensity).Dueto thecomplexityof theexperimentalsystem,theconclusiveanalysis
of theseprocessescanonly beaccomplishedbasedonthedetailedmodelinginwhichmassandheat
flows areconsideredfor bothpaniclesandgases.While developmentof suchamodeliscurrently
in progress,it is possibleto indicateseveralprocessesthatcould havecausedoxygendeficiency.
Soonafterignition, theparticleinertiacouldresultin asignificantparticlevelocitylag relativeto
thegasquicklyexpandingin thepre-heatzone.Thus,mostof thepanicles(onlypartiallyevaporated
andburned)couldbeleft within thecombustionzonesurroundedby low.'density(hot) gas. The
observedincreasein theparticlesnumberdensity,aheadof theflamefront (Fig.2.15)indicatesthat
otherprocessescouldhavecontributedto theformationof anoxygendeficient flame. Panicles
couldhavebeen"'trapped"in theflamefront dueto significantdifferencein theviscosityof thehot
gas(in thepre-heatzone)andcold gasaheadthepre-heatzone.Thedifferencein thegasviscosity
couldthus haveresultedin the significantparticlevelocity lagrelativeto thecold gas(with low
viscosity)andmuchcloserparticleandgasvelocitiesin thehot(highly viscous)gas. In addition,
thermophoreticforces could have acceleratedpanicles in the regionswith strongtemperature
gradients,i.e., in thepart of thepre-heatzoneadjacentto theflamefront. In fact,particleswere
observedto movefasterin thevicinity of theflame front ascomparedto thepaniclespositioned
furtherin theunburntgas(cfFig.2.14). As wasnotedabove,thedetailedunderstandingof therole
of eachof theseandotherprocessesaffectingflamestructureandevolutionshouldawaitresultsof
thecurrentmodelingeffort.

Temporal Chan_oes in the Flame Structure

The present experiments did not show steady state flame propagation; instead, the observed

rate of the flame propagation and the gowth of the widths of the pre-heat and combustion zones

changed during each experiment. This may not seem surprising considering the above mentioned

limitations on the experimental geometry. However, even though the geometric limitations of the

experiment preclude one from making quantitative conclusions, the observed flame speed evolution

and temporal variations of the widths of pre-heat and combustion zones illuminate some qualitative

mechanisms of the flame propagation.

It is useful to compare the rates of flame propagation observed in this research with the
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burningvelocitiesreportedearlierfor aerosolsof magnesiumparticlesin air. For normalgravity,
theflamepropagationvelocityfor aerosolized30-220lamsizemagnesiumparticleswasreportedto
be in the0.5-0.75m/s range[20]. Forthemicrogravityenvironment,flamepropagationvelocities
from 0.2 to 0.35 m/s wereobservedfor magnesiumparticlesof 34 p.mdiameter [22]. In the
microgravityexperimentsreportedhere,thepre-heatzonefront velocitywasobservedto va_' from
0.15to 0.30m/s(Fig.2.9).thatis in thesamerangeasthepreviousmicrogravityobservations[22].
However, the velocity of the combustionzone front (unresolvedin the previousstudies)was
observedto benoticeablysmaller,lessthan0.1 m/s(Fig. 2.10).

Oscillationsin flamevelocity,'andradiationwereconsistently'observedin bothnormaland
microgravityexperiments.In thenormalgravityexperimentstheycould becausedby aperiodic
additionalsupplyof freshparticlesinto thecombustionzonefrom thevibratingchamberfloor. In
themicrogravityexperiments,however,therewasnopulsatingsupplyof particlesin theflame.

Similar oscillationswereobservedin manypreviousaerosolcombustionexperiments,for
examplein normalgravity [29]andin microgravity[30]. In contrast,steady'flamepropagationwas
reportedfor the microgravityexperiments[22], in which, how'ever,the time resolutionof the
diagnosticsusedcouldbeinsufficientto registertheoscillations. Usually,oscillationsobservedin
theflamefront areassociatedwith theexcitingacousticoscillationsin thecombustionchamber[7,
29,30]. In theseexperiments,thecharacteristicfrequencyof theacousticoscillationsthatwould
resonatein thecombustionchamberwasin therangeof 10kHz. This frequencyis too highto be
noticedusingthehigh-speedmoviecamerautilizedin theseexperiments.Theoscillationsobserved
in theflamevelocityandwidthwereof significantlylower frequencyof about100Hz (withperiods
of severaltensof milliseconds,Figs.2.9,2.10).Theycould,however,becausedby areflectionof
anacousticwavetravelingthroughthetubefrom thecombustionchamberto reservoir.Additional
measurementswouldbeneededto betteridentify theorigin for theseoscillations.

Theobservedexperimentalincreaseof thewidthof thepre-heatzonecouldsimplybecaused
by the insufficient time availableto establisha steadystatetemperaturegradientaheadof the
combustionzone. The trend of the combustionzone width to decreasecould be qualitatively
interpretedconsideringtheincreasein theparticlenumberdensity'in thecombustionzoneduetothe
differencein thehotandcold gasviscosities,asdiscussedabove. Thatcould havecausedflame
extinguishmentin theinternal,fuel-richpartof thecombustionzoneandthusthedecreasein the
width of thecombustionzone. A moresubstantiateinterpretationshouldrely on thequantitative
modeling.

Particle Motion

The most noticeable pattern of the particle motion was that in which particles followed the

expanding gas flows, i.e., particles in the unburnt gas and in the pre-heat zone were observed to

move away from the flame front. Since very large particles were employed in these experiments,

the inertial lag between the particles and the gas must have been significant. It can be expected that

such a lag could affect the flame propagation observed in these experiments. For example, since

particles moved slower than the gas as the flame propagated, the number density of particles
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"caught"in thepre-heatandflamezonesincreased.Thiscouldproducearichermixtureandhigher
combustiontemperaturesandrates,i.e., resultin theflameacceleration.On theotherhand,this
fasterreactionratecouldeventuallycausealocaldeficiencyin theoxidizer,andthusslowdownthe
flamepropagationrate. It is thereforepossiblethatsuchprocessescouldhavecausedtheobserved
oscillatorychangesin theflamevelocity.

The significanceof the inertial lag betweengasandparticlesin aerosolflames(usually
ignoredin dustcombustionmodels)canberoughlyevaluatedby comparingtheflamewidth with
theparticlestoppingdistance.Forsimplicity, a previouslypublishedmodel [22] for amagnesium
aerosolflamewasusedto estimatetheflamewidths. A particlestoppingdistance,S,canbereadily
computed[19] usingagasvelocity,v:

S= ppvd2pCc

18q

where 9p is the particle density, v is the gas velocity (assumed to be equal to the flame front

velocity), dp is the particle diameter, C c is the Cunningham slip correction factor [19], and rI is the

gas viscosity. The parameters that were substituted into the estimate were: flame velocity of 0.5 m/s

[20], fuel to air ratio of 1 Jl of magnesium, and particle size range: 1 - 250 btm. The gas viscosity

was computed at two temperatures: 300 and 1300 K, i.e., room temperature and the Mg boiling

temperature. The temperature in the pre-heat zone was (arbitrarily) taken to be 600 K and the

temperature in the combustion zone was taken as 2600 K (these parameters are needed for Ballal's

model [22] estimate of the flame front width). The results of this estimate are presented in Fig. 2.18

as the ratio of the flame width to the particle stopping distance as a function of particle diameter.

These results show that inertial phenomena have been very important in the experiments reported

here but become unimportant for magnesium particles of, roughly, less than 5 lam diameter. Finally,

it should be noted that the estimate at its best can give only an order of magnitude accuracy.

In the end, we would like to comment on an unusual particle behavior noted in Fig. 2.16c.

This kind of particle motion, seemingly "against the flow" was observed in several combustion tests.

One explanation could be a formation of vortices in the flame zone. Another possibility could be

formation of Stefan flows [31] between the pre-heat and combustion zones. In the pre-heat zone

additional quantities of gas were produced due to magnesium evaporation, whereas in the

combustion zone both oxygen molecules and magnesium atoms were consumed from the gas

forming condensed MgO. Therefore, it is possible that local flow from the pre-heat to combustion

zone could have affected the motion of the particles. Numerical modeling is needed to investigate

the importance of these processes.

18



2.5.SUMMARY

Magnesium particles in the 150-220 tam size range were aerosolized and ignited in

microgravity allowing simultaneous observation of the flame evolution and individual particle

behavior. The constant pressure flame structure was observed using high-speed movie and video-

cameras. The magnesium aerosol flame was observed to consist of pre-heat and combustion zones

whose radiation differed in both intensity, and spectrum. The observed flame structure is typical of

"vo]atile" aerosol flames, but is not usually anticipated for a coarse metal particle aerosol. The

velocity of propagation of the pre-heat zone into the unburnt mixture was found to be in the range

of 0.15-0.30 m/s, consistent with the microgravity flame speed measurements reported in the

literature. The combustion zone that was visually, separated from the pre-heat zone for magnesium

aerosol flame for the first time, propagated significantly' slower than the pre-heat zone, at a rate of

less than 0.1 m/s. It was observed that the width of the pre-heat zone increased and the width of the

combustion zone decreased during the flame propagation. It was also observed that the rates of

propagation of both the pre-heat and combustion zones oscillated with periods of several tens of

milliseconds.

Secondary ignitions were observed consistently in the microgravity experiments several

hundred milliseconds after the extinguishment of the original flames. In the secondary ignition,

multiple single particles were observed to burn and move rapidly, in contrast to the original flame

in which no single particle flames were observed.

In the original flame, particles could be seen in the unburnt gas and in the pre-heat zone.

They were observed to move primarily away from the flame front; however, in several experiments

a group of particles in the pre-heat zone moved towards the flame front. No particle motion

indicating inter-particle attraction or repulsion was observed.

The discussion of the flame extinguishment and secondary' ignition indicates the importance

of the inertial lag (depending on particle size and gas temperature) between the particles and the

expanding gas in the development of an aerosol flame. The phenomena caused by, this lag may be

generic for many burning aerosols and need further investigation.
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Fig. 2.1. Simplified schematic of the experimental rig used for the drop-tower tests
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Fig. 2.2. Sketch (drown to scale) of the chamber in which aerosol was created and burned
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Fig. 2.3. Sequence of 20 ms apart high-speed video frames illustrating magne-

sium aerosol flame development in normal gravity. Igniter wire is shown by a
dashed line.
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Fig. 2.5. Video frames illustrating magnesium aerosol flame development in

microgravity:
a. Continuous flame front

b. Multiple flame fronts

c. Continuous flame front imaged through a 500 nm filter
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Fig. 2.6. True color video-frame and corresponding C-D image show-

ing separation of pre-heat and combustion zones. White arrows show

the direction of the flame propagation.
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Fig. 2.8. An artificial T-D image produced as a difference between two

sequential high-speed movie frames
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Fig. 2.14. Magnified pomons of a T-D video-frame showing displacements

of individual magnesium particles at different distances form the flame front.

The distances between the centers of dark and bright regions show the dis-

placement of particles for a period of 2.5 ms.
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Fig. 2.16. True color (a) and artificial T-D image (b) of a flame front in

aerosol of magnesium particles burning in microgravity. A magnified

portion of the T-D image is also shown (c).
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Fig. 2.17. A sequence of video-frames showing development and extinction

of the original flame front, and subsequent re-ignition. Dashed lines show igniter

wire location.
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3. FURTHER EXPERIMENTS ON MAGNESIUM AEROSOL COMBUSTION IN

MICROGRAVITY

Reference: Combustion and Flame, 1999, submitted

ABSTRACT

An experimental study of the combustion of an aerosol of coarse magnesium particles in

microgravity is reported. 180-250 #m particles were aerosolized in a 0.5 L combustion chamber and

ignited in a constant pressure, microgravity environment. Two flame images were produced

simultaneously using interference filters separating adjacent MgO and black body' radiation bands

at 500 and 510 nm, respectively. The characteristic MgO radiation was used as an indicator of the

gas-phase combustion. Comparison of the two filtered flame images showed that pre-heat and

combustion zones can be distinguished in the flame. Experiments have also shown that in

microgravity the flame speed depends on the initial particle speeds varied in the range of 0.02-0.4

rigs. This dependence is, most likely, due to the role the moving particles play in the heat transfer

processes. Product analyses showed an oxide coating on the surfaces of particles collected after

experiments in which the flame speeds were higher than 0.1 m/s. No oxide coating was detected in

the products collected after experiments in which a slower flame propagation was observed.

However, the particles collected after such experiments contained significant amounts of dissolved

oxygen. Based on the observed in all the experiments, including those with the very slowly

propagating flames, strong MgO radiation and production of dense MgO smoke clouds, it has been

suggested that the MgO produced in the vapor phase flame is not the primary source of the MgO

coating found on the burnt particle surfaces. An alternative mechanism of forming the oxide coating

is, consistent with the earlier single metal particle combustion studies, via the formation of a metal-

oxygen solution followed by a phase separation occurring within the burning particles.
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3.1. INTRODUCTION

Mechanisms of combustion and flame propagation in two-phase systems and. in particular,

in metal aerosols are of considerable interest because of numerous practical implications for

propulsion, explosives, pyrotechnics, incendiaries, flame synthesis, and fire suppression techniques.

Combustion of single particles of condensed fuels, e.g., hydrocarbons, coals, plastics, and metal

particles has been extensively' studied and modeling of the two-phase combustion system is usuaIIy

based upon the single particle combustion mechanisms. However. some intriguing questions about

combustion in the two-phase systems remain:

1. Do particle-particle and particle assembly-flame interactions affect and alter the single particle

combustion processes in aerosol flames?

2. What are the specific particle-particle and particle-flame interaction effects that are significant in

combustion of a two-phase system?

The microgravity environment can be exploited to experimentally address these questions.

Specifically, a two-phase system using particles large enough to be observable, can be produced and

ignited. In normal gravity, large particles would quickly fall down and the lifetime of such a two-

phase system would have been very short. However, in microgravity, flame propagation through

such an unusual two-phase system can be established, and the single particle combustion and the

bulk two-phase system combustion mechanisms can be correlated with each other using

experimental observations. The combustion can be analyzed adopting techniques developed for

single particle combustion studies. With this approach in mind, an experimental apparatus has been

designed and built and microgravi ty experiments have been conducted with aerosolized coarse metal

powders burning at constant pressure [1-3]. Magnesium was used in the first experiments because

Mg single particle combustion has been extensively studied and because Mg particles ignite readily,

making the microgravity experiments simpler and more reliable.

For an aerosol of coarse magnesium particles, particle motion due to drag forces was found

to change particle number density (and, thus, local equivalence ratio) in the unburnt aerosol during

the constant pressure flame propagation experiments [2]. Interestingly, a similar observation has

been reported for microgravity combustion of aerosolized iron particles [4J. Two luminous zones

could be distinguished in the Mg aerosol flame propagating in microgravity based on the radiation

spectra and intensity profiles [2]. Red color dominated in the radiation of a luminous flame zone

adjacent to the unburnt aerosol and green color dominated in a more bright zone adjacent to the burnt

aerosol. Because the peak of the characteristic MgO radiation lies in the green part of the spectrum,

it has been suggested in Ref. 2 that the two zones can be identified as the pre-heat and combustion
zones.

This paper presents further experimental results characterizing combustion of magnesium

aerosol in microgravity. In addition to optical diagnostics, combustion products collected after

microgravity experiments have been analyzed. Results of this work are compared with the recently

reported experiments on single Mg particle combustion [5] that have indicated that oxygen

dissolution and phase changes occurring in burning particle affect single particle combustion
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scenarioandproductcompositionandmorphology.

3.2. EXPERIMENTAL

A detailed description of the experimental apparatus is given elsewhere [2]. The 0.5 liter

combustion chamber is rectangular in shape with a narrow, 19 mm wide central section through

which the flame propagates. The chamber has transparent walls made of Lexan and elastic silicone

rubber floor that oscillates to aerosolize particles before ignition. The flame structure and details of

individual particle combustion are visualized using both high speed movie and regular speed video

cameras. The microgravity experiments are conducted using the 2.2 s NASA Glenn Research Center

drop tower.

Similar mass loads of 1.1 g of magnesium particles (Aldrich Chemical) with sizes between

180 and 250 gm were used in all of the magnesium combustion experiments described in this paper.

An optical setup including two mirrors tilted slightly relative to each other and two interference

filters with the wavelengths of 500 and 510 nm (half bandwidth of 8 nm for each filter) separating

the MgO [6] and black body radiations respectively, was used to produce simultaneously two filtered

images of the flame on each video-frame. Because the filter wavelengths were vet), close to each

other, the color sensitivity of the video camera is nearly the same for both of the filtered flame

images. That made it possible to directly compare the radiation profiles measured at the MgO

characteristic wavelength with those of the black body radiation. The MgO radiation intensity

determined from these measurements was used as an indicator of the gas phase reaction.

Each test included aerosolizing metal particles under microgravity using oscillations of the

chamber floor, a time delay required to produce a steady aerosol, and igniting such an "aerosol" at

constant pressure using a hot wire igniter. The delay between the time when the chamber floor

membrane stopped oscillating and when the aerosol was ignited, varied from 0.1 to 1.2 s to

investigate the effect of the residual particle velocity on the flame propagation. Combustion

products were collected and analyzed after the experiments. Samples of the combustion products

were embedded into epoxy and cross-sectioned for the internal phase analyses. A Philips XL30 Field

Emission Scanning Electron Microscope (SEM), a Cameca SX50 x-ray Electron Probe

Microanalyzer (EPMA) and a Siemens D500 x-ray Diffractometer (XRD) using Cu Kcq radiation

were used for analyses of the collected post-experiment powders.

The high speed movies recorded during the experiments were transferred to SVHS video

format. Both high-speed (transferred) and regular speed videos were digitized and used to

characterize flame radiation and determine the flame propagation speed as a function of the ignition

delay. NASA Glenn Research Center Tracker software was used to track (utilizing the threshold

tracking procedure) the tiame front position in time.

3.3. RESULTS AND DISCUSSION

Flame speed measurements

Three typical examples of flame front position versus time plots are shown in Fig. 3.1. For
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eachsuchsetof data,anaverageflamespeedwasdeterminedasaslopeof a linearfit andaplotof
theaverageflamespeedasafunctionof thetimedelayis shownin Fig. 3.2. Theerrorbarsshown
signify,thestandarddeviationsfor theslopeof thefoundlinearfit. It is interestingthatacleartrend
to higherflamevelocitiesat theshortertime delay'sis observed.Becausetheinitial particlespeed
is tileonlyparameteraffectedby,thetimedelay,theobservedtrendindicatesthattheparticleresidual
speed(that always is comparativelylow, on the orderof 0.1 m/s) noticeablyaffectsthe flame
propagation.To betterunderstandthenatureof thiscorrelation,theparticlespeedcanbeestimated
as

V=Voexp(-t/ z-) (1)

where v o is the initial particle speed, and z-is the relaxation time that can be found as

J Sr]) (2)

where p and d are the particle density and diameter, respectively,, r] is gas viscosity, (r/= 1.8-104

koff(m.s) for room temperature air), and C,. is Cunningham slip correction factor [7]. For reference,

a velocity history estimated for a 200 gm magnesium particle with v0 = 0.5 m/s (a typical

experimental panicle residual velocity) is plotted in Fig. 3.2. For such low panicle velocities,

turbulence effects are virtually, non-existent. The rate of particle combustion, however, is slightly

affected by the particle motion due to convection effects on the rates of the heat and mass transport

processes. Therefore, two-phase flame propagation models that are based on single particle

combustion models predict a weak dependence of the burning velocity (and thus, also flame speed)

on the particle speed. For example, according to Ballal's model [8], burning velocity

S. = D/t_ (3)

where Dr is the thickness of the reaction zone, and t_, is the particle combustion time.

t, =d2/K, (4)

where K is the evaporation constant depending on the particle velocity (forced convection) according

to the FrOssling correction [9]:

K=( 8/p)( A/Cp)ln(1 +By(1 +0. 2 76Re'_iPr'_) (5)

where 2 and Cp are the gas mixture heat conductivity and heat capacity, respectively, Re and Pr are

the Reynolds and Prandtl numbers, respectively, and B is the transfer number [9] and is defined as:

B=[QoYo,+Cp(T:T,)I/( yL) (6)

where Qo is the energy released in combustion per mole of oxygen consumed, Y,,=is the oxygen mole

fraction in the mixture, T= and T, are the ambient and particle surface temperatures, respectively, y

is the stoichiometric factor, and L is the specific metal vaporization energy. To provide a simple
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estimate,the reactionzonethickness,D r, which is a function of the heat conductivity and the

temperatures in the pre-heat and combustion zones, can be taken as a constant equal to the optically
determined thickness of the combustion zone [1-3]. Substituting it and the equations (4), (5), and

(6) into Eq. (3) and computing particle velocities using Eq. (1), the changes in the burning velocity

S, were estimated the for delay' times t in the range of 0 to 1.2 s. This resulting S,,(t) curve is also

plotted in Fig. 3.2. Comparison of the estimated S,(t) curve versus the changes in the experimental

flame speed shows that the change in the estimated burning velocity is significantly less than that

observed experimentally. One can also see that for the small time delay, s, predicted burning velocity

is less than the expenmental flame speed, and this trend reverses for longer delays. It is also

interesting to note that the estimated particle speed becomes equal to the experimental flame speed

at the same delay time at which the experimental flame speed coincides with the computed burning

velocity.

This observed effect of particle speed on flame propagation speed can be rationalized

considering the contribution of particles into the heat transfer mechanisms. Indeed, Fig. 3.2 shows

that when low time delays (t < 0.6 s) were used, the particle velocities were higher than the flame

propagation velocity, therefore, particles could have served as the heat transfer agents. This effect

can be significant when particle velocities are appreciably different from the gas velocity.

Microgravity could have been essential in observing this effect since the buoyant flows developing

in normal gravity would significantly intensify the heat transport and mask the contribution of the

moving particles.

Finally, it should be noted that the flames ignited after long delay times (t > 0.9 s)

extinguished after propagation over a length of 20 - 30 mm rather than propagated through the entire

combustion chamber, as the flames ignited after shorter delay times. Because the constant pressure

apparatus was used, a flow of cold outside air entered the combustion chamber as soon as the flame

extinguished. This flow rapidly cooled the partially burnt aerosol in the combustion chamber.

Flame radiation

Two optically filtered images of the flame were simultaneously acquired in each video frame

using tilted mirrors and interference filters, as described above. Comparisons of the radiation

profiles measured along the same line in each of the two filtered images of the magnesium flame

showed, consistently with the previous observations using color differential images [2], that a zone

dominated by the black body radiation exists ahead of the flame whereas MgO radiation dominates

within the brighter flame zone. An example of the two intensity profiles illustrating this observation

is shown in Fig. 3.3. When comparing the intensities of the two profiles, a correction for black body

emissivity difference between the two wavelengths used should be taken into consideration. Using

Planck's equation for the black body emission, the ratio of the radiations at the two wavelengths )_

and _2 is
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wherec.=1.436cm-K, andT is temperature.For )_z=510 nm and _.,=500 nm, the ratio varies

approximately from 1.6 to 1.1 as the temperature increases from 1000 to 2500 K. Therefore, a

radiation signal filtered through a 510 nm filter should noticeably exceed the signal filtered through

a 500 nm filter at low temperatures and that difference should become almost negligible as the

temperature increases. That agrees with the higher signal measured through the 510 nm filter ahead

of the flame front (cf. Fig.3.3). In the combustion zone, the intensity measured for the 500 nm

radiation significantly exceeds that for the 510 nm radiation, indicative of the strong MgO band
radiation. A combustion zone dominated by 500 nm radiation was observed to form in all the

microgravity combustion experiments indicating development of a vapor phase flame in which the

MgO products were produced.

Combustion Product Size Distribution

A dense cloud of airborne smoke was observed in the chamber after each experiment. This

smoke, produced usually in a vapor phase flame was not analyzed and simply vented prior to

collection of the powder from the chamber floor. Powders collected from the chamber after

combustion experiments were examined using an optical microscope. Feret diameter defined as the

diameter of a circle having the same area as the object and computed as d_(4"area/rc) °5, was

determined for each particle with image analyzing software (UTHSCSA ImageTool) and used to

produce particle size distributions. The size distributions of both unburnt Mg particles (size-

classified using sieves with nominal sizes of 180 and 250 jam), and the burnt powders are shown in

Fig. 3.4. Even though magnesium burns actively in the vapor phase, the burnt particle size do not

show a decrease. Instead, a slight shift towards larger particle size is observed for the burnt powder

as compared to the original magnesium. This shift is most likely due to a thick and porous oxide

coating produced on burnt particles (see below).

Combustion Product Surface Morphology and Elemental Compositions

An SEM was used to compare the surface morphology of unburnt and burnt metal particles.

Electron dispersive spectroscopy 0EDS) was used to compare qualitatively oxygen contents in

surface layers of different samples. General views of various magnesium particles are shown in Fig.

3.5 and close-ups of the particle surface are shown in Fig. 3.6. Five particle samples chosen for the

SEM and EDS analyses were unburnt (virgin) particles and particles collected after runs 53, 56, 57,

and 60, in which ignition delays of 0.4 s (a typical delay used previously [1, 2]), 1.05 and 0.95 s

(long delays), and 0.1 s (a short delay), respectively, were used. "Virgin" magnesium particles have

clean surfaces with small size, white particles attached (Fig. 3.6a). EDS analyses using standardless

calibration showed that these white particles consist of stoichiometric MgO. Surfaces of particles

collected after experiments in which different ignition delays were used, were markedly different.

Particles collected after both runs #53 and 60 with the ignition delays of 0.4 and 0.1 s, respectively,

are coated with a fibrous layer (Fig. 3.6 b,d). This surface layer is similar to the oxide coating

observed on particles quenched in single magnesium particle combustion experiments [5]. EDS

measurements showed that these surface layers contained high amounts of oxygen, generally

comparable to that detected in the small MgO particles on the surface of virgin magnesium. The

surfaces of the particles collected after runs 56 and 57, in which long delays of 1.05 and 0.95 s,
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respectively,wereused,wereindistinguishablefromthesurfacesoftheunburntparticles.However,
EDS showedsignificant oxygen presencein surfacelayers (the depth of the electronbeam
penetrationis about2-3gm) for mostof theseparticles(seeTable 1). Surfacemorphology'and
oxygencontentdetectedfor particlescollectedafterruns56and57areverydifferent from anyof
thequenchedsinglemagnesiumparticlesamplesanalyzedin anearlierresearch[5].

The internalelementalcompositionswereanalyzedusingEPMA for threecross-sectioned
combustionproductsamples.Thesewerethesamecombustionproductsamplesfor whichsurface
elementalanalyseswereconductedusingEDS"samples53,56,and60for whichtheignitiondelay,s
in microgravity experimentswere 0.4, 1.05, and 0.1 s, respectively.EPMA oxygen content
measurementswere calibratedusing a commercialMgO standardsampleby C.M. Taylor.

Magnesium content measurements were calibrated using cross-sections of the 99 % pure (Aldrich

Chemical) magnesium particles employed in our experiments. Consistent with the previous

observations of the particle surfaces, a thick oxide layer was present on the surfaces of particles

quenched after runs 53 (see example in Fig. 3.7 a and b) and 60, but not on the particles collected

after run 56 (in which a long ignition delay was used, see Fig. 3.8). The cross-sections revealed the

highly porous structure of the oxide layer as shown in Fig. 3.7 b. The particle interiors were metallic

and, according to our analyses, contained essentially pure magnesium for most of samples 53 and

60. Local regions with detectable oxygen content inside the particles were also observed, the

maximum measured oxygen contents are shown in Table 1. Significantly higher oxygen contents

were measured in most of the particles from the sample 56, for which the longest ignition delay was

used in the microgravity experiment and a slow flame propagation was observed (cf. Fig. 3.2). This

higher oxygen content is consistent with the high oxygen/magnesium peak ratios found for these

particles from EDS, also shown in Table 1. Note, that several oxygen-free particles that could not

be distinguished from the unburnt Mg were also observed in this sample.

Table I. Summary of electron micro

Sample Time delay used in

microgravity test to

suppress particle

motion, s

oxygen content
measured in

_robe analyses of magnesium combustion products

Maximum Oxide layer Surface

(yes/no) oxygen/magnesium

peak ratio (EDS)

cross-section

(WDS),

atomic %*

MgO - - 0.42

Mg - No 0.05
Run 60 0.1 0.47 Yes 0.42

Run 53 0.4 0.49 Yes 0.30

Run 57 0.95 - No'" 0.20""

Run 56 1.05 3.26 No 0.20

Oxygen detection limit is approximately 0.3 atomic %

"*Several particles coated with oxide were detected. These particles were not used for surface

oxygen/magnesium peak ratio measurements.

Combustion Products Bulk Compositions

Combustion products of magnesium collected after the microgavity experiments were
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analyzedusingXRD. Four samplescollectedafter runs53, 56, 57,and60 wereused(thesame
samplesthat wereselectedfor SEMandEPMA analyses).For reference,XRD spectrafor coarse
magnesiumpowdersusedin ourexperimentswerealsocollected. Siliconpowderwasusedasan
internalstandardin theseanalyses.ThemeasuredXRD spectraareshowninFig. 3.9. XRD spectra
for runs53and60showedbothmagnesiumandmagnesiumoxidepeaks.Thisresultsupportsthe
electronmicroscopyanalysesinwhichoxidelayersweredetectedonsurfacesof particlesrecovered
aftertheseruns. AsshowninFig.3.9,onlymagnesiumpeaksappearedin theXRD spectrafor runs
56and57,for whichlongerignition delayswereusedandmeasuredflamevelocitieswerealsovery
low. Thesensitivityof thesemeasurementsfor MgOis about1%.Theabsenceof oxideinproducts
collectedafterrunswith longignitiondelaysdeterminedfrom XRDanalysesis,also,consistentwith
theelectronmicroscopyresultsthatshowednooxide layersonparticlescollectedafterruns56and
57 ("lonc," delays).

3.4. CONCLUDING REMARKS

Observations of the luminous flame structure using interference filters have shown that the

pre-heat and combustion zones can be optically distinguished in magnesium aerosol flames in

microgravity, consistent with the earlier results based on the comparison of the green and red

portions of the video-signal [2].

An effect of particle motion on the flame propagation speed in microgravity has been

observed. It appears that this can be attributed to the role the moving particles play in the heat

transfer through a steady gas. When the particle speeds were lower than 0.1 m/s, the observed flame

propagation speeds became less than predicted by a simplified model [8]. Such slow moving flames

were observed to extinguish before propagating through the entire combustion chamber. More

detailed modeling appears to be necessary to interpret these observations fully.

Radiation measurements showed strong MgO emission for all the flames, indicative of vapor

phase Mg combustion and MgO formation. In addition, a dense smoke (MgO) cloud, usually

produced by the vapor phase flame, was observed after all experiments. Despite this visible and

spectroscopic similarity between the "slow" and "fast" flames, the surfaces of the combustion

product particles are markedly different. Powders collected after the experiments in which the flame

velocities were low (i.e., those with long time delays) had no MgO layer and were indistinguishable

by SEM from those of the unburnt powder (Fig. 3.6, 3.8). In addition, MgO was not detected for

these "slow" flame products by XRD measurements (Fig. 3.9). In "fast" flames, the SEM and XRD

measurements (Figs. 3.6, 3.7, 3.9) clearly show MgO coating on particles. It thus seems clear that

the deposition of the smoke oxide produced in the gas phase flame on the surface of burning particles

was inefficient for the slow flames. It also appears reasonable to suggest that the oxide smoke

deposition process might not be the primary source of the thick MgO layer found on the surfaces of

particles collected after the experiments with shorter time delays and higher observed flame speeds.

A higher dissolved oxygen content was detected inside the oxide-free particles collected from

the "slow" flames. Since in these experiments flame extinguished before propagation through the
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entirechamber,it is suggestedthatthesecombustionproductsrepresentpartiallyburnedparticles
thatwererapidlyquenchedduetoflameextinguishment.Thedifferencebetweentheseparticlesand
thosecollected from "fast" flames is, therefore,in the completenessof their combustionand
quenchingrate. Thepresenceof thethick oxide layeron thesurfacesandabsenceof oxygenin the
interiorsof particlescollectedfrom "fast" flamesis consistentwith the combustionmechanism
includingtheformationof anMg-O solutioninsideburningparticlesthat saturatesandundergoes
a phasechangeproducingthe MgO phase,aswaspreviouslyproposedbasedon singleparticle
combustionexperiments[5]. The absenceof a surfaceoxide layerandthepresenceof dissolved
oxygeninsidetheparticlescollectedfrom the"slow" flamesindicatethatthephasetransitionhas
not occurredfor theseparticles,i.e., that the particleswere quenchedbefore the solutionhas
saturated.The resultsof this work indicate that the MgO formationmechanismvia the phase
separationfrom Mg-O solutioncould contributemoresignificantlyto theformationof anoxide
coatingthantheMgO depositionfrom thevapor-phaseflame.
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3.6. FIGURES
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Fig. 3.1. Magnesium flame front positions determined using threshold

tracking for experiments with different time delays between

the end of the silicone floor oscillation and ignition
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Fig. 3.5. SEM images of"

a) "virgin" Mg particles;

b) combustion products, Run 53, time delay 0.4 s

c) combustion products, Run 56, time delay 1.05 s;

d) combustion products, Run 60, time delay 0.1s;

53



Fig. 3.6. SEM imagesof sutfacesof :

a) "virgin" Mg particles;

b) combustion products, Run 53, time delay 0.4 s

c) combustion products, Run 56, time delay 1.05 s;

d) combustion products, Run 60, time delay 0.1s;
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Fig. 3.7.Cross-sectionof aparticlecollectedaftermicrogravityRun 53 (ignitiondelay
of 0.4s) (A) andaclose-upof aselectedareashowingthestructureof theoxide layer
(B).
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4. MAGNrESIUM AEROSOL COMBUSTION MODELING

This chapterdiscussesresultsof themodelingeffort on flamepropagationin magnesium
cloud. A numericalmodelhasbeendevelopedto interpretobservedin microgravityexperiments
phenomena,suchasvariableflamespeed,differentdirectionsfor particlemotionaheadandbehind
theflamezone,andflameextinguishment.It is alsoexpected,thatin thefuture,thismodelcanbe
expandedandverifiedbasedontheresultsof themicrogravityexperiments,sothatit will provide
a usefulandpowerfultool for computationalstudyingof thetwo-phasecombustionphenomena.

ThespeciesconsideredareN2,O:,MgO,andMg vaporsandacondensedphaseof Mg. The
equationsof conservationof thegasandcondensedphasespeciesarewrinenin termsof themole
concentration[Xk] of thosespecies.We will try to follow thenotationof KeeandMiller [1].

Equationsgoverningtheconse_,ationof eachof thevariousspeciesarein theform

O[Xk] _- - D t_ +co_ (1)
Or o5 o5 O5

where Uk , Dk, and % are the species velocities, diffusion coefficients, and production rates,

respectively.

The concentration for condensed phase Mg is taken as the product of the number of moles

per particle and the particles per unit volume. The diffusion coefficients of all the gaseous species

are taken to be that of N: and scale as the 3/2 power of temperature [2]. The condensed phase MgO

is taken to be finely divided and spread uniformly with the gas phase so that it will follow the gas

motion.

The velocity of all the gases and the small MgO particles have the single value Ug, S. For the

condensed phase Mg particles the velocity Vp_= is computed considering inertia and drag forces

acting on the particles:

dt gas

with the particle velocity relaxation time z given by0
2

Dp ppC
r - (3)

181.l

where Dp and 9r, are the particle diameter and mass density, respectively, Ia is the gas viscosity, and

C is a drag correction factor. The presently used choice, C = 1, corresponds to Stoke's drag law.

Other values of C can represent finite Reynolds number effects for continuum flow or finite Knudsen

number effects for rarefied flow.

All of the species, including the condensed phases, are considered to be in thermal

equilibrium. A single energy equation is written with the convection velocity Ugas as shown next.
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WhereT is temperature,[M] is the total molar concentrationper unit volume (including the

condensedphaseMg andMgO), _p is themeanmolarspecificheat,X is thethermalconductivity

of all thegasphasespecies,_k is themolarproductionrateof eachspecies,andH k is the molar

enthalpy of each species.

A separate equation could be written for the condensed phase Mg temperature, or the

convective term in equation (4) above could be corrected to treat values of Vp_,_that are not equal

to U_s. Such changes have not been implemented because the velocity differences are small and the

temperature differences are estimated as being small.

The only reaction considered is

Mg + I/_20,_ _ MgO (5)

and its rate is determined from [3]

where E=167 kJ/mol. The model assumes that the reaction occurs in the gas phase as the magnesium

particles are vaporizing and the produced vapor quickly mixes with the ambient air.

Because the gas velocities are generally small, the combustion process occurs at essentially

constant pressure. For this reason we impose a condition of constant pressure rather than using the

standard equation of momentum that relates changes in pressure to changes in velocity.

Velocities are computed that satisfy constant pressure conditions of heat transfer, enthalpy

changes due to reaction, and gaseous molar changes.

The aerosol is ignited by introducing an initial high-temperature region located at the closed

wall of the combustion chamber. Temperature, velocity, and species profiles are computed as a

function of time. Some preliminary computational results are shown below. Unburned gas velocity

ahead of the flame front can serve as a general indicator of the flame propagation velocity visible in

experiment. The velocities computed for two different ignition temperatures are shown in Fig. 4.1.

The two temperatures used for these computations, 2700 and 3300 K are below and above the

adiabatic flame temperature for Mg in air (3100 K). The higher ignition temperature results in the

initially higher velocity, however, after about 0.5 s, the velocities in both cases become close. The

order of magnitude of the velocity computed, 10 crrds is in good agreement with the experimentally

measured velocities of the combustion front. A more detailed view of the gas velocity field that

develops in the burning magnesium particle aerosol is available from the plots in Fig. 4.2 showing

gas velocities as a function of distance for different moments of the flame evolution. A minimum

observed on each curve indicates effects of the consumption of Mg and 02 vapors in the flame zone.

One can see that negative velocities are produced at some moments behind the flame front that is,

again, consistent with the motion of particles in the direction opposed to that of the flame
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propagationobservedin someexperiments.Computationsfor whichtheparticleswereallowedto
burnasindividual diffusionflames(i.e.,reactionkinetics ,,'as assumed to be infinitely fast and the

particle combustion rate was computed in a spherical diffusion flame approximation [4]) resulted

in somewhat higher gas velocities.

The computations also predict changing local equivalence ratio. The plot in Fig. 4.3 shows

the ratio of magnesium to oxygen (MJO 2) as a function of distance for several different moments

in the flame time evolution. One can see that initially, the Mg/O 2 ratio changes monotonically from

2 (the initial ratio in the mixture) to infinity indicating the consumption of all the oxygen. However,

at later times, a peak of the M_O: ratio is produced just ahead of the combustion zone due to re-

distribution of magnesium particles.

Further computations and code development are anticipated to be carried out in the follow

on research.
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5. COMBUSTION OF AEROSOLIZED ZIRCONIUM AND TITANIUM PARTICLES IN

MICROGRAVITY

5. l. FINE ZIRCONILrM POWDERS

Coarse zirconium particles (+50 Mesh, diameters greater than 297 #.m) have been initially

acquired but could not be ignited and finer particles (-375 Mesh, less than 44 gm diameter) were

used in the first series of microgravity experiments. In each experiment, a flame started to propagate

from the igniter wire and was observed to consist of multiple bright spots, likely individual particle

flames. A view of the flame structure from the high-speed movie images is shown in Fig. 5.1 a. Large

agglomerates are seen to form in the wake of the flame. These large, luminous agglomerates are

observed to move around the chamber for a long time (-0.5 s) after the flame front vanishes. In

some of the experiments, a secondary ignition occurred in the middle of the chamber (i.e., not in

vicinity of the igniter wire). An example of the flame shape after the secondary ignition is shown in

Fig. 5.lb. Two time differential images of the flame front for runs 70 and 72 shown in Fig. 5.2

indicate different processes developing in the flame front in these two runs. An almost continuous

flame front formed in Run 70 whereas the flame front was composed of several less densely

populated burning particle clouds in Run 72. Examination of the recorded films indicated that the

secondary ignition occurred for those experiments in which the original flame front was not dense

(e.g., runs 72, 73, and 75).

Two images of the flame were produced simultaneously using a regular speed video camera,

tilted mirrors and two interference filters as was described earlier. In experiments with zirconium

particles, filters with the wavelengths of 510 and 520 nm were used to separate black body and ZrO

band radiation, respectively. An example of two filtered flame images is shown in Fig. 5.3. As

expected, the overall radiation intensity is greater for the image taken through the 520 nm filter, but

the flame shape is similar for both images.

Threshold tracking (Tracker software) was employed to follow the position of the flame front

and estimate flame velocities for each experiment. The velocities were computed using both regular

video (30 frames per second) and high-speed movie (270 frames per second in these experiments,

less than the maximum of 400 f/s used in the previous experiments) images. Results of the flame

front tracking measurements are shown in Fig. 5.4. Average flame velocities were estimated using

linear fits for the flame position in time, as shown in Fig. 5.4. A summary of the parameters

characterizing the zirconium combustion experiments and average flame velocities are given in

Table 1.
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TABLE I. Summarvof zirconium
Run# Massloaded,,,

73 0.53
71 0.61
72 0.61
74 0.61
75 0.65
70 1.14
69 3.1
68 4.9
67 5

_owder combustion experiments

Average distance between

particles

bt m particle
diameters

Equivalence
ratio

Average

flame speed
m/s

269 18.6 1.38 O.15
257 17.7 1.59 0.42
257
257

17.7 1.59

7.0

252
209
150
128

17.7 1.59
17.4 1.69
14.4 2.97
10.3 8.07
8.9 12.75

13.01101

0.16
0.55
0.20
0.46

2.12
1.02

A scanning electron microscope (SEM) was used to observe and compare the surface

morphology of unburnt and burnt metal particles. SEM images of unburnt and burnt zirconium

powders are shown in Fig. 5.5. Large agglomerates and multiple spherical panicles of various sizes

are clearly visible. Close-ups of the agglomerate surfaces showed multiple, various size, shapeless

particles and spheres. Some spheres were broken indicating that some of them were hollow and

others were not. The particle size distributions for unburnt and burnt powders are shown in Fig. 5.6.

Average particle size is significantly greater for burnt powder, in addition, agglomerates produce a

peak for particle sizes greater than 27 btm (that includes agglomerates of up to 1 mm diameter).

One possible mechanism for the formation of large agglomerates is due to the Stefan flow

directed towards the particle surface. While the mechanism of individual zirconium particle

combustion includes dissolution of both oxygen and nitrogen followed by nitrogen release and

formation of a stoichiometric oxide [1], for a simple estimate this mechanism can be reduced to a

zirconium-oxygen heterogeneous reaction with condensed ZrO, as a product. Stefan flow is thus

produced to compensate for the gas mass imbalance created by the inward oxygen diffusion to the

burning panicle surface that acts as an oxygen sink [2]. To roughly evaluate the significance of this

effect we will consider a burning zirconium particle { 1 } with the radius R 1 and a particle {2} with

the radius R: that is in vicinity of particle { 1 }. The time t 1 required for the particle { 1 } to burn out

will be compared to the time t 2 required for the particle {2 } entrained in the Stefan flow to reach the

panicle { 1 } surface.

Assuming that as a result of steady state, surface reaction the entire panicle will be oxidized to ZrO>

the combustion time t] can be estimated as:
3

4 M o: rcR1 PZr (1)
t: 3 Mz_ I

where M o2 and Mzr are molecular weights of oxygen and zirconium, respectively, tOzr is the
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zirconium density, and I is the mass flow rate of oxygen to the particle surface.

For a simple stead)' state diffusion controlled oxygen transport to the particle {1 } surface, the mass

flow rate of oxygen is [2]:

I =I o =4zrR_D co: -co,

where D is the diffusion coefficient, D=Do(T/To) 1r5 for oxygen in air [3], Do=0.178 cm2/s, Tis

5

the temperature, T0=273 K, and co: and c_ are oxygen mass concentrations at the particle surface

and in the environment, respectively.

S

The combustion times predicted by Eq. (2) assuming that Co, =0 (while c_: =0.2) at the

particle surface were compared versus experimental combustion times of single zirconium particles

in air [1]. The comparison showed that the diffusion rate is underestimated, i.e., experimental times

are shorter than predicted. Several factors could have contributed to this inconsistency, the most

significant ones are the temperature gradient in air that efficiently increases the oxygen concentration

gradient and the existence of a boundary layer due to particle motion. It has been found that the

introduction of a boundary layer of thickness b equal to the particle radius (b=Rj) allows one to

achieve a good correlation between the estimated and experimental particle combustion times.

Mathematically, the introduction of a boundary layer of thickness b is equivalent to the introduction

r=b Co2 =0.2. This corrects the diffusion flow rate as [2]:of a boundary condition c o2 =

I0
I = (3)

A plot showing combustion times t_ estimated using Eqs. (1) and (3) and experimental combustion

times reported in Ref. [1] is shown in Fig. 5.7.

To estimate the time t 2, we will consider particle {2} to be entrained in the Stefan flow

produced by the burning particle { 1 } with the gas velocity Ust that can be computed as [2]:

M dco: (4)
Us, =-D air

M o Cair dr

where c_i r is mass concentration of air and Mai r is molecular weight of air. The derivative

dc°2//_dr" is the oxygen concentration gradient that can be determined as [2]:

dc o_ _ I = __I Co: (5)

dr 4rcDr 2 Io R1 r 2

In the Stokes regime, particle {2} located at a distance r from the burning particle { 1 } will be

entrained in the Stefan flow with an acceleration [4]:
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6_r/R_

where r/is dynamic viscosity, and 177, and _' are the mass and velocity of particle {2}, respectively.

Note that motion of the particle {2} is considered as one-dimensional, only along the line between

the centers of particles {1 } and {2 }. Computing particle mass and substituting Eqs (3)- (5) in Eq. (6),

we obtain for acceleration:

a- _R_--- - ]- -v (7)
. : , c_, r r" (R_+b)

Using Eq. (7) for the acceleration of particle {2}, one can compute (numerically,) the particle

displacement versus time. The time t(r) when the distance r between the particles will become less

than RI+R 2 is considered as "collision time", t 2. This time is a function of initial distance between

the particles, r o, and both Rj and R 2.

The plot in Fig. 5.8 shows the maximum size particles {2} that are predicted to be

agglomerated with a given size particle { 1 }. All the particles with the sizes less than that shown by

the line and positioned at a referred distance d (or closer) will be captured during the particle { 1 }

combustion. For example, for an experimental particle separation, ro_-80 p.m, the particles of

average diameter of about 12 btm used in our experiments would capture all the neighboring particles

of the same and smaller size. The predicted effect is, therefore, very significant and can indeed

cause strong particle agglomeration. It can further be amplified if unignited particles are captured

by burning particles and ig-nite upon collision (e.g., because of contact with the hot burning surface).

In this case, the burning time of the particle {1 } becomes longer and its "sphere of influence"

expands further.

The agglomeration due to Stefan flow becomes stronger for larger sizes of particle { 1 } but

becomes less significant for larger sizes of particle {2 }. Therefore, this effect may be significant in

combustion of fine powders that are likely to be used in practical applications, such as propellants

and explosives. Note that in normal gravity, buoyant flows can destroy the flow pattern produced

due to Stefan flows and thus mask this effect.

5.2. COARSE POWDERS OF ZIRCONIUM AND TITANIUM

Coarse zirconium and titanium powders (- 160 lam average diameter, by Wah Chang

Company) were used in these experiments. Velocities of flame propagation were measured for

zirconium combustion experiments in which ignition delays were varied. The results of these

measurements are shown in Fig. 5.9. For reference, an average particle velocity is also shown that

was estimated for a 160 btm diameter zirconium particle. Unlike the clear trend of slower flame

velocities at longer ignition delays previously observed for magnesium, zirconium cloud flame

velocity does not seem to depend on the ignition delays in the range covered by these experiments.
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However,velocitiesin a widerangeof 0.03 - 0.4m/sweremeasuredin theexperimentsin which
theonly controlledvariablewastheignition delay,.Thespreadof themeasuredvelocitiesovera
widerangeforsimilarmagnesiumparticleexperimentshasnotbeenobserved.Probably,thatshows
thatfor zirconium,aerosolflamespeedis moresensitiveto the uniformity of the cloudthanfor
magnesium.

High-speedfilms showingflameevolutionin moredetail,bothin termsof time andspatial
resolution,havebeenpreliminarily'reviewed.Anexampleof theflameappearanceisshownin Fig.
5.10. As in the previous microgravity experiments using fine (- 14 btm average diameter) zirconium

particles, the flame is observed to consist of multiple discrete single particle flames. Unexpectedly',

it was found that zirconium particles burning in aerosol did not explode at the end of their

combustion, unlike the same zirconium particles in single particle combustion experiments. In fact,

in some of the microgravity experiments, when an aerosol flame was not established (presumably,

because of the failure to well aerosolize the particles prior to ignition) single particle flames were

observed. In these experiments, violent particle explosions were clearly visible, just like those

occurring in normal gravity single particle experiments [ 1]. Also, multiple particle explosions were

observed in the videos recorded during the previous set of microgravity experiments with fine

zirconium particle clouds.

Combustion product particles were examined using optical microscopy and particle sizes

have been analyzed for selected experiments with different measured flame velocities. Only a few

spherical shape particles are found, whereas most of the particles have irregular shapes, similar to

the shapes of the original zirconium powder. The measured size distributions for runs 91, 98, and

99 are shown in Fig. 5.11 together with the size distribution for the original zirconium particles used

in these experiments. Average particle size for zirconium (168 gin) is marked by a vertical line. The

expected product size distribution was computed using the original powder size distribution and size

correction due to the change in the molar mass and density ofZrO 2 versus Zr. A solid line showing

Gaussian profile for that computed product size distribution is also plotted for reference with each

of the experimental product size distributions. The second vertical line shows the estimated size,

192 gm, for a ZrO2 particle that would have been produced by oxidation of an average (168 gm) size

Zr particle. The peaks observed for particle sizes greater than 300 _.m are due to a small number of

agglomerated particles observed in the combustion products. These agglomerates are clearly seen

to consist of several particles bound together. The number of these particles is relatively small (e.g.,

10 to 20 as compared to the total of 800-900 particles used for size distribution analyses), but due

to their large size they produce significant peaks in the mass fraction distributions shown in Fig.
5.11.

Comparison of the overall shape of the size distribution measured in different experiments

with the expected product size distribution indicates that the product particle sizes follow most

closely the expected size distribution profile for run 98, in which the lowest flame speed was

observed. Accordingly, the strongest shift towards the larger sizes is observed for products collected

after Run 91 for which the flame speed was the highest. Thus, agglomeration appears to be more

significant in the experiments in which the higher flame velocities are observed (see Fig. 5.11).

However, in all the experiments with coarse Zr particles, the extent of the agglomeration is markedly
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lessthanthatobservedin theearlierexperimentswith thefine Zr particles.

Combustionof cloudsof titaniumparticleswasqualitativelysimilar to thoseof zirconium.
A summaryof the experimentalresultsis given below in Table 2. Onecanseethat the flame
velocitiesare,in general,comparableto thosefor thesamesizeZr particles(cf.Fig. 5.9). Similarly
to zirconium,nocleartrendof thedependencyof theflamespeedon ignition delaywasobserved.
Flameappearancewasalsosimilar,containingmultiple,clearlydistinguishableindividualparticle
flames.No particleexplosionswereobservedin or behindtheflamezone.

Clearly,thenumberof experimentsavailableisverylimited andadditionalexperimentsare
neededfor a moredetailedcharacterizationof Ti aerosolcombustion.

TABLE 2. Summaryof titanium _owdercombustionexperiments
Run# Ignition delay Mass_Distancebetweenparticles,IEquivalence

102
104
105
106
111
112

Averageflame
used, a

S

0.6

0.9

0.4

0.8

1

1

1.3

1.3

1.3

1.3

1.63

1.63

mm ratio speed
m/s

1.55 4.83 0.098

1.55 4.83 0.079

1.55

1.55

1.44

0.078

6.061.44

4.83

4.83 0.056

6.06 0.020

0.063
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5.4 FIGURES

Run 72

a

Second ignition

b

Fig. 5.1. High speed movie image of a zirconium cloud flame front (a) and

secondary ignition (b)
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Fig. 5.2. Time-differential images showing flame propagation m zirco-

nium particle cloud
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Fig. 5.3. Regular speed video images of a zirconium cloud flame front

filtered to separate black body and ZrO 2 radiation
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Fig. 5.10. A high-speed movie frame showing the structure of Zr cloud flame
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6. HIGH TEMPERATURE PHASES IN TERNARY Zr-O-N SYSTEMS

Reference: Journal of Materia]s Research (in press, to appear in October 1999)

ABSTRACT

Zirconium aerosol was ignited and burnt in atmospheric pressure air in microgravity using

a 2.2 s drop tower. Combustion products were collected and analyzed using electron microscopy.

The elemental composition analyses indicated that combustion product compositions fell along two

linear traces on a ternary Zr-O-N diagram. Currently, the equilibrium Zr-O-N phases are not

characterized at the temperatures above 2000 °C, typical of zirconium combustion in air, and it is

suggested that the phases detected in zirconium combustion products can serve as a guide to further

studies of the Zr-O-N system at high temperatures. It is also suggested that experimental metal

combustion techniques can be adopted for studying high-temperature metal-gas phase equilibria.

6.1. INTRODUCTION

High-temperature portions of the metal-gas (specifically, metal-oxygen and metal-nitrogen)

phase diagrams have been recently used to explain the occurrence of previously poorly understood

metal combustion events, such as explosions and brightness jumps observed in burning metal

particles [1-5]. Often however, the high-temperature portions of metal-gas phase diagrams and many

phase equilibria that occur in ternary metal-gas systems are not well known. One reason is that the

temperatures at which most metals burn exceed the temperatures accessible in furnaces employed

in materials research. In addition, many metal-oxygen and metal-nitrogen phases formed from

metal-gas reactions at high metal combustion temperatures are molten and difficult to handle. These

experimental constraints virtually required that containerless methods be employed because most

encapsulating materials will react with the metal and gas at conditions approaching those of metal

combustion. This note suggests that metal combustion experiments can not only benefit from but

also contribute to the area of materials science dealing with the metal gas phase diagrams and phase

equilibria.

6.2. EXPERIMENTAL

Experiments on zirconium aerosol combustion in micro_avity [6] were conducted and

combustion product elemental compositions have been determined. Zirconium particles of 14.5 mm

average diameter were aerosolized and ignited in a microgravity environment produced using the

NASA Glenn Research Center 2.2 s drop tower. The flame propagated within a 0.5 L chamber that

was connected to a 11.3 L vessel to maintain constant pressure during combustion. Details of the

experimental apparatus and technique are discussed elsewhere [7,8]. Regular video and high-speed

movie cameras were used to visualize microgravity combustion. The aerosol was ignited after a 0.5

s delay in microgravity used to achieve a steady flow-free condition after aerosolizing and burned

for about 0.15-0.2 s. Since the microgravity environment continued for additional 1.4-1.6 s,

combustion products cooled without contacting the walls of the chamber.

After the experiment, the combustion products were retrieved and examined using a Philips
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XL30 Field Emission Scanning Electron Microscope. Samples of the products were embedded in

epoxy, cross-sectioned, and polished to within 0.1 _m. Elemental compositions were determined

using a Cameca SX50 x-ray microanalyzer. Wavelength dispersive spectroscopy (WDS) analyses

were conducted to determine local phase compositions. The x-ray monochromators and standard

materials used for WDS analysis are as follows: W/Si multilayer (effective d=30/_) for N Kc_ (Si3N_)

and O Kc_ (ZrO2); C5H_20_ Pentaerythritol (PET) (d=4.375 A) for Zr L_ (Zr). An accelerating

voltage of 15 kV and a beam current of 20 nA were used during microanalysis.

In addition, samples of burnt powder were analyzed using a Siemens D500 x-ray

Diffractometer (XRD) using Cu Ko_j radiation.

6.3. RESULTS AND DISCUSSION

Large numbers of 0.1-1 mm coalesced particles were observed in the combustion products.

Cross-sectioning showed that most of them contained numerous voids that could have formed due

to release of gas dissolved in the liquid metal at high combustion temperatures. Typical examples

of the cross-sectioned coalesced particles imaged using backscattered electrons are shown in Fig. 6.1.

Brightness in these images is a function of the average atomic number and, thus, for the Zr-O-N

system, the zirconium-rich phases appear brighter and the phases rich with the dissolved gas (or

stoichiometric oxide or nitride) appear darker. The images are characterized by brighter "inclusions"

in a darker "matrix" phase.

Elemental compositions were obtained from several cross-sectioned particles and the data

are represented by filled circles in a ternary diagram, Fig. 6.2. As indicated on the diagram, most

of the brighter inclusions contain only small amounts of oxygen and some of them are rich in

nitrogen. The more uniform, "matrix" phase is, in general, closer to the stoichiometric oxide. The

observed phase composition appears to be consistent with the results of the single Zr particle

combustion experiments [3] in which a phase rich in nitrogen was detected in the particles quenched

at early times, but ZrO, formed as the final combustion product. It is suggested that the observed

composition of the coalesced particles could have formed if individual (small size) particles started

to burn, acquired some nitrogen and then coalesced. Further oxidation of the already nitrogen-rich

large coalesced particle would then produce a gradient of the dissolved oxygen and an oxygen-rich

external layer would form.

The open squares plotted in Fig. 6.2 show locations of stoichiometric ZrO 2 and ZrN for

reference, and solid lines indicate the locations of the binary solid Zr-O and Zr-N solutions [9], (_Zr

phases. It is interesting that our measured compositions appear to form two lines on the ternary

diagam. One line, formed by compositions found in the matrix, coincides with the heavy dashed

line showing all the possible compositions of ZrO2(1.x)N4x/3, a general formula for oxynitrides formed

by the nitridation of zirconia. This line includes the compositions of a recently studied

pseudo-binary ZrN4_3-ZrOz system and the open diamonds show the compositions corresponding to

the 13 and _, phases reported to exist in such a system at temperatures below 970 and 840 °C

respectively [10]. This line terminates at stoichiometric ZrO 2, the final product of zirconium

combustion. Only a very small fraction of measurements closely approach the composition of ZrO 2,

82



indicatingthatcombustionwasincompletein theseexperiments.Thesecond,short-dashedline.
formedbv the inclusioncompositions,connectsthe nitride ZrNa_3with thesaturatedZr-O solid
solution.

TheXRD spectrameasuredfor theburntpowdershowedpeakscorrelatedwith thoseof both
cubic andmonoclinicZrO2phases,ZrO0.35solid solution,andZrN. Theinterpretationof these
measurementsis notobviousandanalysesarecurrentlyin progress.It canbepreliminarily noted
thatwhile themonoctinicphaseis a stablelow temperatureoxide,thecubicphaseis only stable
above2357_+30°C[11]. However,it hasbeenshownin Ref. [12] that the high-temperature
oxynitridephaseZrO2(vx_N4v3decomposesbelow 1000°Cto monocliniczirconiaandfluorite type
(cubic) 13oxynitridephasesproducingXRD peakssimilar to thoseof thecubic zirconia. The
standardof ZrO03ssolidsolutionis producedby zirconiumannealingat400°Cfor onemonthand
it isnotclearwhetherarelatedphasedetectedin theburntpowdersampleshasbeenmodifieddue
to nitrogenpresence.It should also be noted that stoichiometric ZrN composition has not been

detected even though the typical ZrN peaks were observed.

Experimental procedures and conditions must be considered to interpret the phase

compositions observed to form in our experiments and their role in phase equilibria at different

temperatures. As one reference point, the maximum temperature of zirconium particle combustion

in air is about 2400 °C [3]. The elemental compositions observed in the combustion products do not

coincide with the locations of the 13and y phases reported to be stable at low temperatures. It is thus

reasonable to suggest that the compositions of the combustion products represent possible local

equilibria in the Zr-O-N system at temperatures above 970°C. Measurements in which the cooling

rates are varied or the combustion products are annealed in order to better characterize presently

unknown phase equilibria in the Zr-O-N ternary system at high temperatures represent an obvious

next step in further research.

Finally, it is worth noting that similar metal combustion experiments conducted with

attention to the heating rate, maximum temperature, and quenching conditions could be useful for

studies of high-temperature metal-gas equilibria.
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6.5. FIGURES

Fig. 6.1. Representative backscattered electron images of cross-sectioned zirconi

um combustion products (general view of agglomerate and closeup show

ing internal structure)
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Fig. 6.2. Atomic proportions of zirconium combustion products measured by
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7. NEWTECHNOLOGY

No patentable or non-patentable discoveries or applications have been developed or found in the

course of this project.

8. SUMMARY AND FUTURE WORK

Physical characteristics of the combustion of metal particle groups have been addressed in
this research. The combustion behavior and interaction effects of multiple metal particles has been

studied using a microgravity environment, which presents a unique opportunity, to create an "aerosol"

consisting of relatively large particles, i.e., 50-300 lam diameter. Combustion behavior of such an

aerosol could be examined using methods adopted from well-developed single particle combustion

research. The experiment included fluidizing relatively large (order of 100/am diameter) uniform

metal particles under microgravity and igniting such an "aerosol" using a hot wire igniter. The flame

propagation and details of individual particle combustion and particle interaction have been studied

using a high speed movie and video-imaging with cameras coupled with microscope lenses to

resolve individual particles. Interference filters were used to separate characteristic metal and metal

oxide radiation bands from the thermal black body' radiation. Recorded flame images were digitized

and various image processing techniques including flame position tracking, color separation, and

pixel by pixel image comparison were employed to understand the processes occurring in the

burning aerosol. The development of individual particle flames, merging or separation, and

extinguishment as well as induced particle motion have been analyzed to identify the mechanisms

governing these processes. Size distribution, morphology, and elemental compositions of

combustion products were characterized and used to link the observed in this project aerosol

combustion phenomena with the recently expanded mechanism of single metal particle combustion.

The results of the program have provided new insight into the mechanism of flame

propagation in two-phase systems. The following new phenomena have been observed: monotonic

increase in the powder number density (and, thus, equivalence ratio) in the unburnt aerosol ahead

of the propagating flame; effect of the transport processes in the flame zone on the combustion

product morphology; and formation of new metastable metal-gas phases during combustion. The

analyses of the experimental results have shown that metal-gas solutions that are produced in burning

metal particles affect the morphology and composition of the products formed in metal particle cloud

combustion.

Since a new experimental apparatus and technique have been developed and tested in this

progam, only a limited number of experiments were conducted and only three metals were used in

these experiments. Thus, more experiments are needed and, therefore, a renewal proposal for this

project is planned to be submitted in response to the next microgravity combustion NRA. In

particular, it will be proposed to expand the range of materials used in the microgravity experiments.

A comprehensive set of experiments with Ti powder will be conducted and other metal and non-

metal powders will also be used. This will enable us to compare the mechanism of flame

propagation in various two-phase systems. In addition, CO., oxidizer will be proposed for a series

of experiments instead of air to address both fundamental effects of chemical reaction mechanism
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on flame propagation and applicability of various solid (e.g., metal) fuels for Martian propulsion.

In the current project, experiments were conducted using a constant pressure combustion chamber,

it will be proposed to modify the experimental apparatus for the constant volume experiments. In

the constant volume configuration, development of gas flows due to gas expansion will be eliminated

and thus the interpretation of the microgravity experimental results will be simplified. Additional

flame diagnostics means, such as pressure measurements will also become available.
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